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tion products such as tubes or pipes previously made from
metals or concrete.
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1
APPARATUS AND METHOD FOR MAKING A
CORRUGATED PRODUCT

CROSS REFERENCE TO RELATED
APPLICATIONS

This application is a Continuation-in-Part of U.S. applica-
tion Ser. No. 14/041,141 (now U.S. Pat. No. 9,004,133), filed
Sep. 30, 2013, which is a divisional of U.S. application Ser.
No. 13/177,243 (now U.S. Pat. No. 8,580,061, filed Jul. 6,
2011, which claims benefit under 35 U.S.C. §119(e) to U.S.
Provisional Patent Application Ser. No. 61/362,115, filed Jul.
7,2010, and 61/411,898, filed Nov. 9, 2010 and 61/493,655,
filed Jun. 6, 2011), the contents of which are incorporated
herein by reference in their entirety.

FIELD OF THE INVENTION

The invention relates generally to a process and an appa-
ratus to fabricate a corrugated material.

BACKGROUND OF THE INVENTION

Corrugated materials are extremely useful because of their
inexpensive cost and high strength compared to weight and
their ability to be formed into finished materials ranging from
boxes, spacers, structural elements etc. However, while cor-
rugated cardboard is extremely useful it has several disadvan-
tages. First, the appearance of the cardboard can be less then
desirable. Second, the surface is rough and rigid and is prone
to wrinkling. Third, while corrugated cardboard is relatively
strong for its weight, it still lacks the needed support for heavy
jobs tending to bend and pucker when placed under sideways
pressure. Fourth, corrugated paper materials have little water
resistance turn pulpy after exposure to moisture, whether
ambient or direct.

Current technology used to corrugate includes the follow-
ing process. In order to mold a medium into the required
waveform, typically the medium gets pressed between two
rollers that resemble wide gears. The teeth of the gears fit
tightly together. When the medium is fed between the two
rollers, the grooves force the medium into the desired wave-
form forming flutes. The frequency and amplitude of the
waveform are determined by the frequency of grooves on the
rollers and the depth of those grooves. Glue is often used to
bond the corrugated layer to the flat layers. A different cor-
rugating process is often used to corrugate metal and plastic
sheeting where the flutes are oriented parallel to the direction
of'the material travel. The flutes are forced into the material by
staggered rollers on the top and bottom of the material. Thus,
corrugation of different substrates requires different types of
technologies tailored to each substrate.

The limitations of the conventional corrugation process
include: (1) The frequency and amplitude of the resulting
wave are not easily adjustable, and certainly not in real time.
This is because the exact frequency and amplitude of the wave
are determined by the dimensions of the rollers used. In order
to make any changes, the rollers must be swapped with a
different set of rollers. This requires down time during the
changeover. (2) Sets of rollers are expensive, therefore manu-
facturers typically have a limited number of them. This limits
production to a set number of discrete frequencies and ampli-
tudes. (3) This conventional method is well suited for smaller
corrugations which have an amplitude in the range of 4% to
14". However, it becomes more difficult for larger corruga-
tions in the range of 1" up to several feet. Corrugation of larger
amplitudes would require rollers that would be so big that it
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would be cost prohibitive. (4) The conventional method is
well suited only for materials that will hold their shape after
being molded by corrugating rollers. Typically paper must be
heated and steam treated before corrugation so that it will
hold its shape well. Materials with a low plasticity and high
memory such as rubber or certain plastics may not hold their
shape after going through corrugating rollers and therefore
would be difficult to corrugate using conventional methods.

Therefore, a need exists for an apparatus and process that
provides corrugated material that overcomes one or more of
the current disadvantages noted above.

BRIEF SUMMARY OF THE INVENTION

The present invention surprisingly provides an apparatus
and process for making a corrugated material that has
improved strength and resistance to pressure from all direc-
tions, can be resistant to water and can be adapted to have
more pleasing aesthetic appearance while at the same time
providing greater ease of manufacture, more energy effi-
ciency and the use and production ofless toxic chemicals. The
invention describes a device and method for making corru-
gated products. The device can be used with any substrate and
includes upper and lower drive rollers for driving an upper
and lower substrate and middle drive rollers for driving a
middle substrate. When the middle substrate is driven
between the upper and lower substrates to form flutes that are
anchored between the upper and lower substrates to form a
corrugated product of the three layers.

In one embodiment the invention provides, A method to
prepare a corrugated product, comprising the steps of: pro-
viding an upper and a lower substrate at a rate of V, and V,
wherein the upper and lower substrates are maintained at a
distance S, from each other; and providing a middle substrate,
interposed between the upper substrate and the lower sub-
strate, at a rate of V;, at a trajectory to impact the upper or
lower substrates, wherein the rate V; is greater than the rates
of V,, and V, such that the middle substrate forms flutes
alternately contacting the upper and lower substrates;
wherein a corrugated product is formed. In the exemplary
embodiments, V, and V, will be the same. However, in vari-
ous exemplary embodiments of the invention, V|, and V, may
differ from each other.

In yet another embodiment, an apparatus is provided to
prepare a corrugated product. The apparatus includes:

a first pair of drive rollers to drive a middle substrate
through the feed guide and actuated to have a velocity V3;

a form guide positioned after the first pair of drive rollers;
wherein the form guide provides an upper surface to guide an
upper substrate and a lower surface to guide a lower substrate;

a second pair of drive rollers actuated to have a velocity V,
wherein V; is greater than V ;;

a bonding device positioned about the upper surface and
the lower surface of the form guide, wherein the bonding
device attaches the middle substrate to the upper and lower
substrates; wherein a corrugated product is prepared.

The invention provides yet another exemplary embodi-
ment of an apparatus is to prepare a corrugated product com-
prising:

afirstpair of drive rollers to feed a middle substrate at a rate
Vi3

a form guide, positioned to accept the middle substrate
from the first pair of drive rollers, the form guide comprising
an upper and a lower surface separated by a distance S,
wherein the form guide accepts an upper substrate on its
upper surface and a lower substrate on its lower surface;
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a bonding device positioned about the upper surface and
the lower surface of the form guide, wherein the bonding
device attaches flutes of the middle substrate to the upper and
lower substrates to provide a corrugated product;

a second pair of drive rollers positioned after the form
guide and pulls the corrugated product through the apparatus;
wherein a corrugated article is produced.

In this embodiment, the form guide is a set of substantially
parallel plates, parallel rollers or combinations thereof. In still
other aspects, the apparatus according to the invention, a feed
guide is provided to accept the middle substrate from the drive
rollers and feed the middle substrate into the form guide. In
some embodiments, the feed guide comprises two plates
separated by a distance that can be varied to accept the middle
substrate.

In still another embodiment, the invention provides a
method of making a corrugated product comprising:

(a) providing an upper substrate and a lower substrate, the
upper substrate moving at a velocity V, and the lower sub-
strate moving at a velocity V,, the upper substrate and the
lower substrate being essentially parallel to each other and
separated by a distance ‘S,’;

(b) providing a middle substrate, the middle substrate situ-
ated between the upper substrate and the lower substrate and
moving at a velocity V;, wherein V is greater than V, or V,;

(c) propelling the middle substrate at a trajectory to contact
the upper substrate or the lower substrate, wherein upon con-
tact with the upper substrate or the lower substrate, the middle
substrate rebounds in an opposite direction to contact the
opposing substrate, wherein, upon contact with the opposing
substrate, the middle substrate rebounds to contact the other
substrate; and

(d) attaching the point of contact of the middle substrate
with the upper substrate and the lower substrate such that the
middle substrate forms flutes between the upper substrate and
the lower substrate;

wherein a corrugated product is provided.

In still another embodiment, the invention provides a cor-
rugated foam mattress comprising a first corrugated product,
the first corrugated product including:

an upper substrate;

a middle substrate;

a lower substrate;

two side perimeter pieces; and

two end perimeter pieces;

wherein the middle substrate is fluted and the flutes are
fixed to the upper and lower substrates to form a single wall
corrugated product; and

wherein the two side pieces are fixed to the sides of the
corrugated product and the two end pieces are fixed to the
ends of the foam product to enclose the interior of the mat-
tress.

In some exemplary embodiments, the mattress further pro-
vides a second corrugated product adhered to the top or bot-
tom substrate wherein the second corrugated product com-
prises a second upper substrate, a second lower substrate and
a second middle substrate corrugated between the second
upper and lower substrates and two side perimeter pieces and
two end perimeter pieces.

In yet another embodiment, the invention provides a
method of making a foam mattress comprising a first corru-
gated product including:

preparing a single wall foam corrugated product having an
upper substrate, a middle substrate and a lower substrate;

wherein the middle substrate is fluted and the flutes of the

middle substrate are attached to the upper and lower
substrates; and
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attaching foam perimeter pieces around the outside of the
single wall corrugated product to make a foam mattress.

In various exemplary embodiments, the method of making
a mattress further includes: a second corrugated product
adhered to the top or bottom substrate wherein the second
corrugated product comprises a second upper substrate, a
second lower substrate and a second middle substrate corru-
gated between the second upper and lower substrates and two
side perimeter pieces and two end perimeter pieces.

In yet another exemplary embodiment, the invention pro-
vides a method of making an essentially endless tube or
culvert having any required diameter and a cross section that
may be circular or oval. According to this embodiment, the
method includes:

A method to prepare a continuous corrugated tube, com-
prising the steps of:

(a) providing an upper and a lower substrate at a rate of V,;
and V, wherein the upper and lower substrates are main-
tained at a distance S, from each other; and

(b) providing a middle substrate, interposed between the
upper substrate and the lower substrate, at arate of V5, at
a trajectory to impact the upper or lower substrates, the
middle substrate rebounds in an opposite direction to
contact the opposing substrate, wherein the rate V; is
greater than the rates of V|, and V, such that the middle
substrate forms flutes alternately contacting the upper
and lower substrates;

(c) maintaining a rate of either V, or V, greater than the rate
of V, orV, respectively resulting in a curved corrugated
product; and

(d) implementing a process to impart a helical twist to the
corrugation such that a top edge of the product abuts a
bottom edge of the product to from a spiral

wherein a continuous corrugated tube is formed.

According to some embodiments of the method a continu-
ous tube is formed having:

an upper substrate;

a middle substrate; and

a lower substrate;

wherein the middle substrate is fluted and the flutes are
fixed to the upper and lower substrates to form a single
wall corrugated product;

wherein a process is implemented to impart a helical twist
to the corrugation;

wherein a top edge of the construct abuts a bottom edge of
the construct at an angle such that the construct forms a
spiral tube.

In one aspect, the upper substrate or the lower substrate or
both have a portion or portions that extend beyond the width
of'the middle substrate. The upper and/or lower substrates can
be “left” or “right” justified so that only one side of the upper
and/or lower substrates extend beyond the width of the
middle substrate. This left or right side extension of the upper
and/or lower substrate(s) can then be adhered to itself as the
continuous tube is formed in a spiral or helical fashion. The
extension can be heat sealed, ultrasonically welded, adhered
with adhesives, taped with a subsequent layer of an adhesive
tape, or other methods known in the art to adhere materials to
each other.

While multiple embodiments are disclosed, still other
embodiments of the present invention will become apparent
to those skilled in the art from the following detailed descrip-
tion. As will be apparent, the invention is capable of modifi-
cations in various obvious aspects, all without departing from
the spirit and scope of the present invention. Accordingly, the
detailed descriptions are to be regarded as illustrative in
nature and not restrictive.
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BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a schematic drawing illustrating one exemplary
embodiment of a corrugated product apparatus according to
the invention.

FIG. 2 is a schematic diagram illustrating a second exem-
plary embodiment of the invention wherein adhesives are use
to affix the flutes the to the upper and lower substrate.

FIG. 3 is a schematic diagram illustrating a third exemplary
embodiment of the invention wherein ultrasonic welding is
used to affix the flutes to the upper and lower substrates.

FIG. 4 is a schematic diagram illustrating a fourth exem-
plary embodiment of the invention where V, and V,, can differ
from each other.

FIG. 5 is a schematic drawing illustrating one embodiment
of the apparatus according to the invention having a set of
form rollers instead of a form guide as shown in the embodi-
ment illustrated in FIG. 1. In this embodiment, the middle
substrate is fed directly into drive rollers.

FIG. 6 is a schematic diagram illustrating another exem-
plary embodiment of the invention wherein the corrugating
apparatus includes neither a form guide nor a feed guide.

FIG. 7 is a schematic diagram of one embodiment of the
invention used for making a double corrugated product. In
this embodiment, a fourth and fifth media are used to provide
an outer substrate of the corrugated product.

FIG. 8 is a schematic diagram illustrating one embodiment
of the invention used for making a double walled corrugation
product. In this embodiment, a fourth substrate is used to
provide a separate fluted layer to the corrugated product.

FIG. 9A is a schematic diagram illustrating one embodi-
ment of the invention used for making a single-substrate,
corrugated product. FIG. 9B is an inset of FIG. 9A.

FIG. 10 is a perspective view of a CAD rendering of one
embodiment of the corrugation apparatus illustrated in FIGS.
1-9.

FIG. 11 is a perspective view of the CAD rendering of FIG.
10 wherein one of the support structures has been removed to
better illustrated the internal rollers.

FIG. 12 is a close up of the internal rollers illustrated in
FIG. 11.

FIG. 13 cut-away, perspective view of one embodiment of
a mattress made according to the invention.

FIG. 14 is a cut-away, perspective view of another embodi-
ment of a mattress made according to the invention.

FIG. 15 is a perspective view of a corrugated plastic panel
made according to one embodiment of the invention.

FIG. 16 is a top-plan perspective view of a corrugated
plastic panel as shown in FIG. 14 but with the upper substrate
having a pre-printed picture on it.

FIG. 17 is a schematic diagram of the corrugated plastic
panel shown in FIG. 14 illustrating some usable sizes of
plastic and dimensions of the panel according to one embodi-
ment of the invention.

FIG. 18 is a top-plan perspective view of a corrugated
stainless steel panel made using the corrugation apparatus
according to one embodiment of the invention.

FIG. 19 is a schematic diagram illustrating some usable
sizes and dimensions of the stainless steel panel shown in
FIG. 23.

FIG. 20 is a perspective view of a chair, according to one
embodiment of the invention, made by varying only V, and
V, in real time using the corrugation apparatus.

FIG. 21 is a perspective view of a bookshelf made using the
corrugation apparatus according to one embodiment of the
invention.
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FIG. 22 is a perspective view of a partition panel made
using the corrugation apparatus according to one embodi-
ment of the invention.

FIG. 23 is a perspective view of a corrugated column made
using the corrugation apparatus according to one embodi-
ment of the invention.

FIG. 24 is a top-plan perspective view of a building con-
structed using corrugated wall panels according to one
embodiment of the invention.

FIG. 25 is atwo-dimensional end-plan view ofthe continu-
ous spiral tube being extruded from the corrugation appara-
tus.

FIG. 26 is a three-dimensional perspective view of the
continuous spiral tube being extruded from the corrugation
apparatus.

FIG. 27 is a three-dimensional view of a planar perspective
of the bonding of a continuous spiral tube being extruded
from the corrugation apparatus according to one embodiment
of the invention.

FIG. 28 is a three-dimensional view of a planar perspective
of'a continuous spiral tube according to one embodiment of
the invention.

FIG. 29 is a three-dimensional view of a planar perspective
of'the bonding of a cantilevered continuous spiral tube being
extruded from the corrugation apparatus according to one
embodiment of the invention.

FIG. 30 is a three-dimensional view of a planar perspective
of'a continuous spiral tube being extruded from the corruga-
tion apparatus according to one embodiment of the invention.

FIG. 31 is a three-dimensional view of a planar perspective
of'the bonding of a cantilevered continuous spiral tube being
extruded from the corrugation apparatus according to one
embodiment of the invention.

FIG. 32 is a three-dimensional view of a planar perspective
of'the bonding of a cantilevered continuous spiral tube being
extruded from the corrugation apparatus according to one
embodiment of the invention.

FIG. 33 is a three-dimensional perspective view of the
bonding of a cantilevered continuous spiral tube being
extruded from the corrugation apparatus according to one
embodiment of the invention.

FIG. 34 is a two-dimensional view showing the feed guide
angled with respect to the form guide according to one
embodiment of the invention.

FIG. 35 is a three-dimensional view of FIG. 34.

FIG. 36 is a three-dimensional view showing the form
guide in a twisted configuration according to one embodi-
ment of the invention.

FIG. 37 is a three-dimensional view showing a planer
perspective of corrugation product being twisted according to
one embodiment of the invention.

DETAILED DESCRIPTION

Inthe specification and in the claims, the terms “including”
and “comprising” are open-ended terms and should be inter-
preted to mean “including, but not limited to . . . . ”” These
terms encompass the more restrictive terms “consisting
essentially of” and “consisting of.”

It must be noted that as used herein and in the appended
claims, the singular forms “a”, “an”, and “the” include plural
reference unless the context clearly dictates otherwise. As
well, the terms “a” (or “an”), “one or more” and “at least one”
can be used interchangeably herein. It is also to be noted that
the terms “comprising”, “including”, “characterized by” and

“having” can be used interchangeably.
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Unless defined otherwise, all technical and scientific terms
used herein have the same meanings as commonly under-
stood by one of ordinary skill in the art to which this invention
belongs. All publications and patents specifically mentioned
herein are incorporated by reference in their entirety for all
purposes including describing and disclosing the chemicals,
instruments, statistical analyses and methodologies which are
reported in the publications which might be used in connec-
tion with the invention. All references cited in this specifica-
tion are to be taken as indicative of the level of skill in the art.
Nothing herein is to be construed as an admission that the
invention is not entitled to antedate such disclosure by virtue
of prior invention.

Traditional corrugated products, such as cardboard and
paper are made first, by pulping wood to make a coarse paper
called kraft paper. Such pulping and paper making is a chemi-
cal and energy intensive process. In making cardboard, The
kraft paper is then softened with high pressure steam. While
corrugated products may have multiple layers or substrates,
typically there is a layer of “linerboard” on which the corru-
gated middle “fluted” layer is glued. After the fluted layer is
fixed to the first layer of linerboard a second linerboard is
glued to the top of the fluted layer. Next the corrugated prod-
uct is processed by pressurized rollers and subjected to fur-
ther heat treatment. The finished cardboard product can then
be cut to desired sizes. In the production of corrugated paper
products, it is necessary to pre-treat the paper prior to the
corrugation process. This is because the paper is stiff and does
not normally “bend” when flutes are formed as opposed to
creasing and folding and thereby losing its strengthening and
protective capacity. Therefore, pre-treatment of the paper
material by chemical and physical processes including pres-
sure and steam is required to make the corrugated paper
product.

In conventional corrugated products a “single face” prod-
uct refers to corrugation which comprises a single sheet of
linerboard with the corrugated middle layer attached only to
that face. “Single wall” refers to construction in which the
corrugated medium is sandwiched between two faces of lin-
erboard. Double wall corrugation refers a corrugated product
having 3 layers of linerboard alternating with two layers of
fluted medium. Similarly “triple wall” corrugation would
have four layers of linerboard separated by three layers of
fluted medium. It should be understood that the instant inven-
tionis not limited to a single wall product or any other product
but can be optimized to make any type of conventional and
non-conventional corrugated product.

The instant invention provides alternative methods for
making corrugated products out of various types of media
using various substrates. Referring now to FIG. 1, one
embodiment of an apparatus for making a single wall corru-
gated product 16 according to the invention is illustrated. As
shown, the apparatus 10 includes a feed guide 20 for feeding
a middle substrate 22 of a medium to be corrugated. The
apparatus 10 also includes an upper and a lower portion of a
form guide 30 for guiding an upper substrate 32 and a lower
substrate 34 of medium for the corrugated product 16. As
illustrated, middle substrate 22, is fed into the feed guide 20 in
between upper substrate 32 and the lower substrate 34. Upper
substrate 32 is fed over an upper guide roller 36 and lower
substrate 34 is fed over a lower guide roller 38. After passing
over the guide rollers 36 and 38 upper substrate 32 and lower
substrate 34 are bent toward the middle substrate 22 where
they each contact an upper and lower feed rollers 40 which
feeds the upper substrate 32 and the lower substrate 34 into
the form 30. Further, the apparatus is designed so that the
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middle substrate 22 is fed into the form 30 equidistant
between the first substrate 32 and the second substrate 34.

Middle substrate 22 is fed into a first set of drive rollers 42
at a velocity V5. After passing through the drive rollers 42
middle substrate 22 passes through a feed guide 20 which
directs middle substrate 22 to be fed into a space, S, between
upper substrate 32 and lower substrate 34. Distal to the form
30 are an upper drive roller 46 and a lower drive roller 47
which rotate at desired speeds driving substrates 32 and 34 at
velocities V, and V., respectively. Also shown are heaters 48
which are apposed to the upper and lower substrates 32, 34 as
they enter form 30. Those of skill in the art will appreciate that
when V; is greater than V, and V,, the middle substrate 22
will bend as it contacts the upper or lower substrate 32, 34.
When the media (e.g., substrates 22, 32 and/or 34) are melt-
able, heaters 48 heat the surface of the media such that as
middle substrate 22 contacts either the upper substrate 32 or
the lower substrate 34 it is fixed or bonded in place such that
the entire corrugated sandwich is formed as it passes through
the form guides 30.

Of course, those of skill in the art will appreciate that, V,
and V,, generally are equal when driven by drive rollers 47
and 48 that contact the upper 32 and lower 34 substrates after
the middle substrate 22 is fixed to the upper and lower sub-
strates 32, 34. However, in alternative embodiments, illus-
trated in, for example, FIGS. 4 and 7, the drive rollers 62 and
64 contact the upper 32 and lower 34 substrates respectively
before the middle substrate 22 is fixed thereto. As is illus-
trated, in this embodiment, the faster feed of the upper 32 or
lower 34 substrate into the form 56 or 58 results in the entire
corrugated product being curved in the direction of the slower
moving substrate as shown n FIG. 4.

In addition, it should be understood that the process can be
automated by driving the drive rollers with a motor. In some
embodiments, when the V, is equal to V,, drive rollers 46 and
47 and 62 and 64 can be driven together in any conventional
manner. For example, a chain on the motor drive shaft can
propel sprockets attached to rollers 46 and 47 or 62 and 64
together such that V|, and V, are equal. In addition, the same
motor can drive the middle substrate at a desired velocity V,
by using a different size sprocket such that drive rollers 42
rotate at a higher speed. Of course, those of skill in the art will
realize that separate motors can be used to drive each of the
drive roller pairs such that the velocity V,, V, and V; can be
adjusted separately without the need to “gear” each of the
drive rollers at a particular ratio. In addition, when multiple
motors are used, the relative velocities of V|, V, and V; can be
adjusted separately in real time so as to vary differently from
each other over time during the course of fabrication. In this
embodiment, a product such as 16 shown in FIG. 7 can be
made by altering the ratio of'V, and V, in real time as single
wall corrugated product 16 is being produced.

Of course, those of skill in the art will appreciate that when
V, and V, are adjustable in real time, any shaped corrugated
product can be made. For example, cylindrical shapes and/or
square shapes can be generated. For example, FIG. 23 illus-
trates a corrugated cylinder made using the instant invention
where the ratio of V, to V, (or V, to V, ) is constant and always
greater, thereby providing a constant curvature with the sub-
strate having the greater V being on the outside and the lesser
V being on the inside of the cylinder. Those of skill in the art
will appreciate that the motors for each of the drive rollers can
be controlled by a programmable computer system such that
manual control is not necessary. In addition, it will be appre-
ciated that each of the rollers of a pair of drive rollers must
rotate in the opposite direction. For example, as shown in
FIG. 7, the upper drive roller of drive roller pair 42 would
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rotate in the clockwise direction while the lower drive roller
would rotate in the counterclockwise direction. Similarly, as
shown in FIG. 1 drive roller 46 would rotate clockwise while
drive roller 47 rotates counterclockwise.

Those of skill in the art will appreciate that when the fluted,
middle substrate 22, is made of a polymer media such as, for
example, foam, the substrate is resilient and malleable.
Therefore, the substrate 22 bends upon impact with upper
substrate 32 and lower substrate and allows for instant bond-
ing of middle substrate 22 to the upper and lower substrates
upon impact. Those of skill in the art will appreciate that the
rebound of middle substrate 22 upon impact with the upper
substrate 32 and due to its malleability, drives the middle
substrate in the opposite direction to impact the lower sub-
strate 34 and vice versa. Further, the point of impact of middle
substrate 22 onto upper and lower substrates 32 and 34 after
exiting feed guide 20, affects the shape of the flute and the
bonding of the middle substrate 22 to upper and lower sub-
strates 32, 34. Thus, in some embodiments middle substrate
22 may impact upper and lower substrates 32/34 while those
substrates are still in contact with form rollers 40. In this
respect, the instant invention provides much greater utility
compared to conventional corrugation techniques because
with paper, the middle substrate is first treated and then
pressed into the desired shape using grooved rollers. Once
removed from the rollers, the fluted paper is then glued to the
opposing linerboards.

In various exemplary embodiments, the invention further
comprises trimming blades 50 that finish the sides of the
corrugated product to a smooth and even edge. In various
other exemplary embodiments, also included in the invention
is a cutting apparatus 60 that cuts the corrugated product to
desired length.

However, those of skill in the art will appreciate that trim-
ming blades 50 do not need to be located after the end of the
apparatus. In various embodiments, the cutting blades 50 do
not need to trim all 3 layers at one time. Those of skill in the
art will appreciate that, in various embodiments, it may be
desirable to trim each substrate layer to a different width. In
these embodiments, there would need to be three separate
trimming blades. According to these embodiments, multiple
blades could be located anywhere along the corrugation pro-
cess feasible. Further, when multiple trimming blades are
used, they could be distributed at different places along the
process. For example, the middle substrate 22 could be
trimmed before it enters form 20, whereas outer substrates 32
and 34 could be trimmer after the form but before drive rollers
46 and 47.

FIG. 2 illustrates another exemplary embodiment of an
apparatus used to make corrugated products 10 according to
the invention. In the embodiment shown, the general design is
the same as shown in FIG. 1, however, FIG. 2 illustrates that,
in this embodiment, the fixing of the flutes 24 to the upper and
lower substrates 32 and 34 is achieved by use of an adhesive
52 which is applied to the apex of each flute 24 bonding it to
the upper and lower substrate 32 and 34 and resulting in a
single walled corrugated product 16.

FIG. 3 illustrates another exemplary embodiment of the
invention wherein the flutes are bonded to the upper and lower
substrates 32 and 34 using an ultrasonic welder 54. Ultrasonic
welders 54 can be embedded into the form itself (FIG. 3). This
will be most applicable when the media comprising the sub-
strates being bonded are either metal or polymer films.

It should be understood that the drive rollers shown in
FIGS. 1 through 3 can be substituted with any other mechani-
cal means of driving the substrates such as, but not limited to,
a conveyer belt, caterpillar tracks, etc.
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In an alternative embodiment of the invention, instead of
feeding substrates 32 and 34 into form 30, synchronously
with middle substrate 22, the upper and lower substrates 32
and 34 can be fed into the apparatus 10 at the end of form 30
after substrate 22 has been corrugated and gone through the
form 30 (noted in FIGS. 2 and 3). Substrate 22 will hold its
corrugated shape until it exits form 30 as long as the flutes
slide along the inside walls of form 30. One advantage to this
method is that an adhesive or solvent can be easily applied to
the crests of the wave via the inside of form 30 as illustrated
at 52 (FIG. 2).

It should also be understood that each flute can be bonded
either as one continuous bond along the entire width of the
wave, or it can be spot welded. For example, in these embodi-
ments several spot welds on the top and the bottom of the
fluted layer, for example, 4 on the top and 4 on the bottom are
generally sufficient depending on the width of the substrates
and the material properties of the substrate. However, those of
skill in the art will recognize that width can vary from almost
zero (which would be a wire) all the way up to a theoretical
limit of the width of the substrate available. In various exem-
plary embodiments, most applications will be in the range of
12" to 96". However, it should be appreciated that any limi-
tation regarding the width of the substrates results solely from
the widths the raw materials are available in. The ability to
easily cut the foam sheets to any desirable size, either before
or after corrugation adds to the utility of the invention.

Those of skill in the art will appreciate that the instant
invention can be used to make corrugated products out of
many different types of media or substrates. For example,
while the media can be cardboard or paper, the media can also
be polymer products. Such polymer products can be in the
form of foam products. Such foam products can be made of
polyethylene and/or polylactic acid foamed products such as
that commercially available from, for example iVEX Protec-
tive Packaging Inc, Bridgeview, Ill.; Sealed Air, Elmwood
Park, N.J., SAFOAM®, Reedy International Corporation of
Keyport, N.J., and HYDROCEROL®, Boehringer Ingelheim
of Ingelheim, Germany. Other media usable for corrugated
products includes plastic films such as polypropylene and
metals such as steel, aluminum or the like. Therefore, it
should be appreciated that in various embodiments, suitable
materials for the upper substrate, lower substrate and/or the
corrugated product include poly(lactide-co-glycolide)
(PLGA), polylactide (PLA), polyglycolide (PGA), D-lactide,
D,L-lactide, L-lactide, D,L-lactide-epsilon-caprolactone,
D,L-lactide-glycolide-epsilon-caprolactone, polyepsilon-ca-
prolactone, glycolide-caprolactone or combinations thereof.

Other non-biodegradable polymers useful in the present
invention include, but are not limited to, various cellulose
derivatives (carboxymethyl cellulose, cellulose acetate, cel-
Iulose acetate propionate, ethyl cellulose, hydroxypropyl
methyl cellulose, hydroxyalkyl methyl celluloses, and alkyl
celluloses), silicon and silicon-based polymers (such as poly-
dimethylsiloxane), polyethylene-co-(vinyl acetate), polox-
amer, polyvinylpyrrolidone, poloxamine, polypropylene,
polyamide, polyacetal, polyester, poly ethylene-chlorotrif-
luoroethylene, polytetrafluoroethylene (PTFE or
“Teflon™”), styrene butadiene rubber, polyethylene,
polypropylene, polyphenylene oxide-polystyrene, poly-al-
pha-chloro-p-xylene, polymethylpentene, polysulfone, non-
degradable ethylene-vinyl acetate (e.g., ethylene vinyl
acetate disks and poly(ethylene-co-vinyl acetate)), methacry-
lates, poly(N-isopropylacrylamide), and other related vis-
coelastic polymers such as those sold under the brand names
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SEPTON® by Kuraray; WonderGel® (Gelastic®), Edi-
ZONE, LLC of Alpine, Utah; and Kraton®, Shell Chemical
Company of Houstan, Tex.

In one embodiment, the viscoelastic polymer is as
described in one or more of U.S. Pat. Nos. 5,749,111, 6,026,
527, 6,413,458 7,060,213, and 7,666,341, the contents of
which are incorporated herein in their entirety.

The compositions of the materials referred to as “vis-
coelastic gels” may be low durometer (as defined below)
thermoplastic gelatinous elastomeric compounds and visco-
elastomeric compounds that include a principle polymer
component, an elastomeric block copolymer component, and
a plasticizer component.

The elastomer component of the gel material can include a
triblock polymer of the general configuration A-B-A,
wherein the A represents a desired polymer such as a
monoalkenylarene polymer including, but not limited to,
polystyrene and functionalized polystyrene, and the B is an
elastomeric polymer such as polyethylene, polybutylene,
poly(ethylene/butylene), hydrogenated poly(isoprene),
hydrogenated poly(butadiene), hydrogenated poly(isoprene+
butadiene), poly(ethylene/propylene) or hydrogenated poly
(ethylene/butylene+ethylene/propylene), or others. The A
component of the material links to each other to provide
strength, while the B components provide elasticity. Poly-
mers of greater molecular weight are achieved by combining
many of the A components in the A portions of each A-B-A
structure and combining many of the B components in the B
portion of the A-B-A structure, along with the networking of
the A-B-A molecules into large polymer networks.

For example, an elastomer for making the gel material is a
very high to ultra high molecular weight elastomer and oil
compound having an extremely high Brookfield Viscosity
(hereinafter referred to as “solution viscosity”). Solution vis-
cosity is generally indicative of molecular weight. “Solution
viscosity” is defined as the viscosity of a solid when dissolved
in toluene at 25° C. to 30° C., measured in centipoises (cps).
“Very high molecular weight” is defined herein in reference
to elastomers having a solution viscosity, 20 weight percent
solids in 80 weight percent toluene, the weight percentages
being based upon the total weight of the solution, from greater
than about 20,000 cps to about 50,000 cps. An “ultra high
molecular weight elastomer” is defined herein as an elas-
tomer having a solution viscosity, 20 weight percent solids in
80 weight percent toluene, of greater than about 50,000 cps.
Ultra high molecular weight elastomers have a solution vis-
cosity, 10 weight percent solids in 90 weight percent toluene,
the weight percentages being based upon the total weight of
the solution, of about 800 to about 30,000 cps and greater. The
solution viscosities, in 80 weight percent toluene, of the
A-B-A block copolymers useful in the elastomer component
of the gel cushioning material are substantially greater than
30,000 cps. The solution viscosities, in 90 weight percent
toluene, of the suitable A-B-A elastomers useful in the elas-
tomer component of the gel are in the range of about 2,000 cps
to about 20,000 cps. Thus, the elastomer component of the
viscoelastic gel material has a very high to ultra high molecu-
lar weight.

After surpassing a certain optimum molecular weight
range, some elastomers exhibit lower tensile strength than
similar materials with optimum molecular weight copoly-
mers. Thus, merely increasing the molecular weight of the
elastomer will not always result in increased tensile strength.

The elastomeric B portion of the A-B-A polymers has an
exceptional affinity for most plasticizing agents including,
but not limited to, several types of oils, resins, and others.
When the network of A-B-A molecules is denatured, plasti-
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cizers that have an affinity for the B block can readily asso-
ciate with the B blocks. Upon renaturation of the network of
A-B-A molecules, the plasticizer remains highly associated
with the B portions, reducing or even eliminating plasticizer
bleed from the material when compared with similar materi-
als in the prior art, even at very high oil:elastomer ratios. The
reason for this performance may be any of the plasticization
theories (i.e., lubricity theory, gel theory, mechanistic theory,
and free volume theory).

A suitable example of a viscoelastic gel cushioning
medium is preferably an ultra high molecular weight poly-
styrene-hydrogenated  poly(isoprene+butadiene)-polysty-
rene, such as those sold under the brand names SEPTON
4045, SEPTON 4055 and SEPTON 4077 by Kuraray Co.,
Ltd., Okayama, Japan, an ultra high molecular weight poly-
styrene-hydrogenated polyisoprene-polystyrene such as the
elastomers made by Kuraray and sold as SEPTON 2005 and
SEPTON 2006, or an ultra high molecular weight polysty-
rene-hydrogenated polybutadiene-polystyrene, such as that
sold as SEPTON 8006 by Kuraray. High to very high molecu-
lar weight polystyrene-hydrogenated poly(isoprene+butadi-
ene)-polystyrene elastomers, such as that sold under the trade
name SEPTON 4033 by Kuraray, are also useful in some
formulations of the gel material because they are easier to
process than the ultra high molecular weight elastomers due
to their effect on the melt viscosity of the material.

Following hydrogenation of the midblocks of each of SEP-
TON 4033, SEPTON 4045, SEPTON 4055, and SEPTON
4077, less than about five percent of the double bonds remain.
Thus, substantially all of the double bonds are removed from
the midblock by hydrogenation.

A suitable gel is SEPTON 4055 or another material that has
similar chemical and physical characteristics. SEPTON 4055
has the optimum molecular weight (approximately 300,000,
as determined by gel permeation chromatography testing).
SEPTON 4077 has a somewhat higher molecular weight, and
SEPTON 4045 has a somewhat lower molecular weight than
SEPTON 4055. Materials that include either SEPTON 4045
or SEPTON 4077 as the primary block copolymer typically
have lower tensile strength than similar materials made with
SEPTON 4055.

Kuraray Co., Ltd., of Okayama, Japan, has stated that the
solution viscosity of SEPTON 4055, an A-B-A triblock
copolymer, 10% solids in 90% toluene at 25° C., is about
5,800 cps. Kuraray also said that the solution viscosity of
SEPTON 4055, 5% solids in 95% toluene at 25° C., is about
90 cps. Although Kuraray has not provided a solution viscos-
ity, 20% solids in 80% toluene at 25° C., an extrapolation of
the two data points given shows that such a solution viscosity
would be about 400,000 cps.

Other materials with chemical and physical characteristics
similar to those of SEPTON 4055 include other A-B-A tri-
block copolymers that have a hydrogenated midblock poly-
mer that is made up of at least about 30% isoprene monomers
and at least about 30% butadiene monomers, the percentages
being based on the total number of monomers that make up
the midblock polymer. Similarly, other A-B-A triblock
copolymers that have a hydrogenated midblock polymer that
is made up of at least about 30% ethylene/propylene mono-
mers and at least about 30% ethylene/butylene monomers, the
percentages being based on the total number of monomers
that make up the midblock polymer, are materials with chemi-
cal and physical characteristics similar to those of SEPTON
4055.

Mixtures of block copolymer elastomers are also useful as
the elastomer component of some of the formulations of the
gel cushioning medium. In such mixtures, each type of block
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copolymer contributes different properties to the material.
For example, high strength triblock copolymer elastomers are
desired to improve the tensile strength and durability of a
material. However, some high strength triblock copolymers
are very difficult to process with some plasticizers. Thus, in
such a case, block copolymer elastomers that improve the
processability of the materials are desirable.

In particular, the process of compounding SEPTON 4055
with plasticizers may be improved via a lower melt viscosity
by using a small amount of more flowable elastomer such as
SEPTON 8006, SEPTON 2005, SEPTON 2006, or SEPTON
4033, to name only a few, without significantly changing the
physical characteristics of the material.

With regard to the usefulness of block copolymer elas-
tomer mixtures in the gel materials, many block copolymers
are not good compatibilizers. Other block copolymers readily
form compatible mixtures, but have other undesirable prop-
erties. Thus, the use of a small amount of elastomers that
improve the uniformity with which a material mixes are
desired. KRATON G 1701, manufactured by Shell Chemical
Company of Houston, Tex., is one such elastomer that
improves the uniformity with which the components of the
gel material mix.

Many other elastomers including, but not limited to, tri-
block copolymers and diblock copolymers are also useful as
substrate materials as described herein or as an additional
layer(s) to provide cushioning comfort to the user.

Additional polymers can also include, but are not limited
to, delrin, polyurethane, copolymers of silicone and polyure-
thane, polyolefins (such as polyisobutylene and polyiso-
prene), acrylamides (such as polyacrylic acid and poly(acry-
lonitrile-acrylic acid)), neoprene, nitrile, acrylates (such as
polyacrylates, poly(2-hydroxy ethyl methacrylate), meth-
acrylates, methyl methacrylate, 2-hydroxyethyl methacry-
late, and copolymers of acrylates with N-vinyl pyrrolidone),
N-vinyl lactams, polyacrylonitrile, glucomannan gel, vulca-
nized rubber, poly(3-hydroxybutyrate) and combinations
thereof. Examples of polyurethanes include thermoplastic
polyurethanes, aliphatic polyurethanes, segmented polyure-
thanes, hydrophilic polyurethanes, polyether-urethane, poly-
carbonate-urethane and silicone polyether-urethane.

Other suitable materials include, but are not limited to,
lightly or highly cross-linked biocompatible homopolymers
and copolymers of hydrophilic monomers such as 2-hydroxy-
alkyl acrylates and methacrylates, N-vinyl monomers, and
ethylenically unsaturated acids and bases; polycyanoacry-
late, polyethylene oxide-polypropylene glycol block copoly-
mers, polygalacturonic acid, polyvinyl pyrrolidone, polyvi-
nyl acetate, polyalkylene glycols, polyethylene oxide,
collagen, sulfonated polymers, vinyl ether monomers or
polymers, alginate, polyvinyl amines, polyvinyl pyridine,
and polyvinyl imidazole.

In one aspect, closed cell low density polyethylene (LDPE)
foam is used for the upper substrate, lower substrate and
corrugated substrate. In use, the corrugated articles made
using the present invention could use any size substrate as
long as it is flexible. Thus, the width, height and thickness of
the substrate may vary depending on the desired use of the
corrugated product. For example, stiffer more structural cor-
rugated products may require thinner stiffer substrates as thin
as about V16 inch while product used in furniture manufacture,
e.g., cushions and mattresses may require thicker substrates
such as about V2 inch thick, but can be from about ¥5" to about
1 inch thick. Closed cell polyethylene foam has a good bal-
ance between rigidity and memory (meaning it will return to
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its original shape after bending) at a lower density than other
foams. This makes it a good support for the corrugated
design.

Additionally, closed cell low density polyethylene is
advantageous for use in the articles of furniture noted herein
as it is non-toxic. Polyethylene has been known to be a safe
and stable material. It does not easily degrade or react with its
surroundings, even after many years. It does not require any
additives, like some other plastics. It will not “outgas” chemi-
cals over its lifetime. This makes polyethylene a unique mate-
rial for use in a baby product where it is important that there
be no chemical leaching into the baby’s environment. Other
foams, like polyurethane foam, are made with different mate-
rials and can degrade and breakdown much more easily than
polyethylene.

Those of'skill in the art will appreciate that the stiffness and
resilience of the corrugated product made using the instant
invention can be modified depending on its desired use. For
example, varying the ratios of V|, V, and V; allows for greater
or lesser periodicity with respect to the flutes of the corru-
gated substrate. If the ratio of V; to V, and V, is very high
there will be an increased number of flutes per lineal foot of
the corrugated product. However, if the ratio is low, there will
be a decreased number of flutes per lineal foot of the corru-
gated product. Further, those of skill in the art will appreciate
that while V, and V, may be the same, it may be desirable to
have V, or V, faster (or slower) than the other. See, for
example FIGS. 4 and 7. Such cases may arise when it is
desirable to have non-linear output corrugation.

In addition, varying the space between the substrates
allows further optimization of the corrugated product. If the
space S, between the upper and lower substrate is large, the
flutes will be large and the corrugated product will have
greater elasticity and less stiffness. Conversely, ifthe space S,
is small the corrugated product will be more stiff and have less
elasticity.

FIG. 4 illustrates one embodiment of the invention where
V, and V, are different. As shown, in this embodiment, a
separate upper drive roller pair 62 and lower drive roller pair
64 are added to apparatus 10 prior to feeding the upper and
lower substrates 32 and 34 into separate upper and lower
forms 56 and 58. By having separate drive rollers 62 and 64
driving substrates 32 and 34 prior to attaching of the flutes of
the middle substrate 22 to the upper and lower substrates 32
and 34, V| and V, can differ and the corrugation achieved
thereby can be tailored by changing the ratios of V| to V, as
well as V; as shown in FIG. 4. Depending on the difference
between V, and V,, the corrugation may be curved or wavy
and therefore will not slide through a straight form. Thus,
advantageously, the invention provides for a curved corruga-
tion to emerge from the form in a tailored manner.

In addition, when foam is used to make the corrugated
product, an outer side of the foam may often be cured so has
to provide a hard shell of the outside of the corrugated prod-
uct. Thus, when the instant invention is used to make corru-
gated containers, the inside of the container may be foam-like
while the outside of the container can have a hard shell.

In other embodiments, the corrugated product according to
the invention can be used to make furniture. In these
instances, depending on the type of substrate used, the ratio of
V,/V, 10V, and the distance S, the strength, plasticity, resil-
iency and rigidity of the corrugated product can be tailored.

Other methods of optimizing and/or tailoring the apparatus
10 are contemplated. For example, as shown in FIG. 5, cor-
rugating apparatus 10 may be simplified to omit form guide
30 (shown in FIG. 1) and instead use form rollers 66. In this
embodiment, a form guide 30 is not needed as the rollers
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direct the middle substrate 22 directly to the upper substrate
32 and the lower substrate 34. As with the embodiment illus-
trated in FIG. 1, in the embodiment illustrated in FIG. 5, V,
is greater than V, and V, and V, and V, are equal. Also shown
are heaters 48. Those of skill in the art will appreciate that, the
increased velocity of V; compared to V, and V, will result in
middle substrate 22 being alternately and automatically
directed to the alternating substrate 32 or 34 due to its recoil
from contact with the substrate to which it is bonded by
heaters 48. Further, the use of form rollers 66 makes the
apparatus 10 simpler providing for easier adjustment of appa-
ratus 10.

FIG. 6 is a schematic diagram illustrating another embodi-
ment of the invention which has neither a form guide 30 nor
a feed guide 20 as shown in FIGS. 1 and 2. As shown in FIG.
6, drive roller 42 feeds substrate 22 directly to form rollers 68.
As with the other embodiments of the invention, the period-
icity of flutes 24 depends on the ratio of the velocities of V,
and V, to V.

FIG. 7 is a schematic diagram showing one exemplary
embodiment of the invention used for making a modified
double-walled corrugated product 18. In this embodiment,
the corrugating apparatus 10 provides a inner, single walled
corrugated product 16 sandwiched in between an upper or
fourth substrate 78 and lower or fifth substrate 80. As with the
embodiment illustrated in FIG. 4, single walled corrugated
product 16 is prepared by providing an upper substrate 32, a
lower substrate 34 and a middle substrate 22 in which the
velocities V, and V, are not equal. In the embodiment shown
in FIG. 7, velocities V, and V, alternate with respect to their
magnitudes with each other. Thus, for example, when V| is
greater than V,, product 16 will be forced downward while
when V, is greater than V|, product 16 will be forced upward.
In this embodiment the fourth substrate 78 is propelled by
drive rollers (not shown) which propel fourth substrate 78 at
velocity V,,. Similarly, fifth substrate 80 is also propelled by
drive rollers (not shown) at a velocity V.

In the embodiment shown, V,, and V are equal. However,
those of skill in the art will appreciate that V, and V5 may not
be equal in which case double walled corrugated product 18
will curve depending on the difference in the velocities of V,,
to V.. In the embodiment shown in FIG. 7, single walled
corrugated product 16 is made using drive rollers 42 for the
middle substrate 34 and upper drive roller pair 62 and lower
drive roller pair 64 which propel the upper 32 and lower
substrate 34 through upper 56 and lower 58 form feeders
respectively and around guide rollers 76. Similarly, fourth
substrate 78 and fifth substrate 80 are propelled around guide
rollers 86. In addition, in the embodiment shown, upper and
lower bonding elements 84 and 82 placed at the location on
the fourth 78 and fifth 80 substrate where single walled prod-
uct 16 contacts the apparatus, thus sealing the single walled
corrugated product 16 alternately to the fourth 78 and fifth 80
substrates. Of course, those of skill in the art will appreciate
that the bonding elements 78 and 80 can use any desirable
method of bonding the single walled product 16 to the fourth
78 and fifth 80 apparatus such as, for example, heating ele-
ments, adhesive application, spot welding or the like.

FIG. 8 is a schematic diagram representing another exem-
plary embodiment of the corrugating apparatus 10 according
to the invention to make a second modified type of double
corrugated product 14. In this embodiment, a single walled
corrugated product is made essentially as described previ-
ously. However, as with the embodiment illustrated in FIG. 3,
once the single walled product exits form guides 30, it is
propelled by upper and lower drive rollers 46 and 47 forming
a pair which propel product 16 through a path to contact
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fourth substrate 78. As shown in FIG. 8, fourth substrate 78
follows a path around guide roller 86 and through drive rollers
88 which propel substrate 78 at a velocity V,,. Exiting drive
rollers 88, substrate 78 is fed into a feed guide 90 at a trajec-
tory to contact double walled product 16 where it is bonded to
the upper surface of the product by a bonding element 92
represented in FIG. 8 as a heating element. As illustrated,
upon contact with the upper substrate 32 of the single walled
product 16, the fourth substrate 78 rebounds to impinge on
form guide 94 situated at a desirable distance from upper
substrate 32 to provide a desired size and periodicity to pro-
vide a single face corrugated surface on top of product 16 to
yield product 14.

In the embodiment illustrated in FIG. 8, the single face
portion formed by substrate 78 can be a different material
depending on the desired use. For example, in the case of
cushioning for furniture or a crib mattress, the top fluted layer
would be thinner and easier to compress. Its function would
be to provide a softer cushion closer to the surface of the
article. When used for a mattress, the single walled layer 16
can be used to cushion the upper layer or can be used to add
structural strength, or both.

FIG. 9A is a schematic diagram illustrating one embodi-
ment of the invention adapted to produce only the corrugated
middle substrate 102. In this embodiment, middle layer 102 is
fed into drive rollers 104 propelling substrate 102 at velocity
V, through feed guide 106 whereupon the trajectory of sub-
strate 102 results in substrate 102 contacting either the upper
or lower portions of form guide 110. As shown, heaters 108
are situated to heat that portion of the substrate 102 that
contacts itself when the flute 24 is formed. The trajectory of
substrate 102 is alternately directed to the upper or lower
portion of the form guide 110 by the recoil of the substrate
102 as it alternately rebounds from the upper or lower por-
tions of form guide 110. Also illustrated, the fluted substrate
102 is then propelled by a second set of drive rollers 112 to
proceed for finishing as desired. FIG. 9B is an inset of FIG.
9 A illustrating the fluted substrate 102 formed by bonding the
flutes 24 to themselves instead of to an upper and/or lower
substrate such as linerboard used in conventional cardboard
corrugation techniques.

It should be appreciated that the embodiments of the
present invention disclosed in the preceding discussion and
FIGS. 1-9 can be combined in different manners as needed.
For example, while FIG. 8 illustrates a single wall corrugated
product 16 with a single face corrugated product formed on
one side, the product 14 could be fabricated to have a single
face corrugated product on both sides of product 16. Further,
in such a design the size of the single face on an upper and
lower sides of product 16 may have different sizes and have
different periodicity. Further, throughout the different
embodiments of the invention described here, each substrate
of'the corrugated product may be made from different media
depending on the desired uses of the corrugated product. In
this embodiment, by forcing the substrate 102 through from
110 at a much faster rate, resulting in a higher input/output
speed ration, the crests of the wave (flutes 24) will start to
compact on each other until they are touching. The crest of
each flute is then bonded to each other at its point of contact
asillustrated by heaters 108 (or to other suitable methods such
as adhesives) at the point of contact.

The ability to tailor the size, stiffness, thickness and resil-
iency of the corrugated product made by the instant invention
makes it ideal for use in making furniture. In some embodi-
ments the invention comprises the cushioning elements of
furniture. For example, often metal and/or wood supports are
included in the article to provide strength and support for the
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individual’s needs, such as in an upright or prone position.
However, the use of metal in particular, adds to the weight of
the article. Often metal components do not always flex to
accommodate the individual and can be a source of discom-
fort after a period of time. For example, bed springs can often
be a source of pressure points for an individual and dimin-
ishes the therapeutic, restorative and rejuvenating effects of
sleep.

Additionally, most furniture articles are manufactured with
polymeric materials that can be a source of environmental
concern, especially to infants. For example, there are various
mattress constructions that use materials that, by themselves
or due to some material impurities, can cause or aggravate
human allergenic reactions and/or can result in other poten-
tially harmful exposures. For instance, materials that incor-
porate polyurethanes, polyvinyl chlorides, polystyrenes, or
polycarbonates all contain volatiles and/or water soluble
chemicals that are potentially harmful to human health,
safety, and the environment.

The articles of furniture, such as mattresses, described
herein can use polyethylene foam with densities from about
1.2 Ibs per cubic foot to about 3.0 Ibs per cubic foot. A
combination of densities can be used. For example, a material
made of 1.2 Ibs per cubic foot can be used for the corrugated
product, and a material made of 1.7 Ibs per cubic foot for the
upper and lower substrates in order to give the outer surfaces
more rigidity and uniformity.

These low density substrates result in less material used,
lower costs, and lighter weight. For example, the finished
corrugated product of an infant mattress weighs about 3 1bs,
whereas a comparable innerspring weighs 10-12 Ibs.

The U.S. Food & Drug Administration (FDA) sets stan-
dards for plastic resins used in food packaging to be of greater
purity than plastics used for non-food packaging. This is
commonly referred to as food grade plastic. Food grade plas-
tics do not contain dyes or recycled plastic deemed harmful to
humans.

It has been found that articles of furniture made from food
grade low density polyethylene (LDPE) or polylactic acid
(PLA) and its copolymers or homopolymers that meet FDA
standards offer a very low level of toxicity and can eliminate
or reduce adverse human allergenic reactions or other poten-
tially harmful exposures due to the construction materials or
their impurities. Even when food grade LDPE or PLA is used
for food containers, it is not known to leach any water soluble
chemicals that are suspected of causing adverse human aller-
genic reaction or other potentially harmful exposures.

It is also within the scope of the present invention to use
starch sourced Bio-Polymer, Polylactic Acid, or other bio-
polymer films and laminates to maximize the renewable and
recyclable materials content.

It is also within the scope of the present invention to con-
struct an article of furniture using organically grown cotton
batting, in order to eliminate any possible agricultural pesti-
cide or chemical fertilizer contamination. This cotton batting
can be treated with an ozone or other sanitizing process to
clean, oxidize, and to remove other possible contaminant
volatiles.

The invention will be further described with reference to
the following non-limiting Examples. It will be apparent to
those skilled in the art that many changes can be made in the
embodiments described without departing from the scope of
the present invention. Thus the scope of the present invention
should not be limited to the embodiments described in this
application, but only by embodiments described by the lan-
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guage of the claims and the equivalents of those embodi-
ments. Unless otherwise indicated, all percentages are by
weight.

FIGS. 10,11 and 12 are CAD renderings of one exemplary
embodiment of the corrugation apparatus illustrated in FIGS.
1-9.FIG. 10 is a perspective view of the apparatus 10 showing
the placement of the upper 32, middle 22 and lower 34 sub-
strates as they are fed into the corrugation apparatus and the
single wall corrugation product 16 exiting apparatus 10. FIG.
11 is a perspective view of the embodiment of the apparatus
shown in FIG. 10 but with one wall of the apparatus 10
removed to show the inner rollers. Illustrated are the middle
substrate 22 guide roller 26 which guide middle substrate 22
into the drive rollers 42. Upper substrate 32 is passes over
guide roller 36 and lower substrate 34 passer under lower
guide roller 38. Also shown, after passing under guide roller
26, middle substrate 22 then passes through drive roller pair
42 while the upper and lower substrates 32 and 34 pass
through form rollers 66. Upon corrugation, the single wall
product 16 then passes through drive rollers 46, pulling prod-
uct 16 through corrugation apparatus 10. F1G. 12 is aclose-up
perspective view of the interior of the embodiment of the
corrugation apparatus 10 illustrated in FIGS. 10 and 11. In
this view, middle substrate 26 is shown passing under guide
roller 26 and passing between drive roller pair 42 to be fed at
velocity V, into the apparatus. As shown, heaters 48 are
arranged above and below feed guide 20 so as to heat the
middle 22 and upper substrate 32 and middle 22 and lower
substrate 34 when they impact each other at form rollers 66.
Upon bonding of the middle substrate 22 to the upper sub-
strate 32 and middle substrate 22 to the lower substrate 34 the
single wall corrugated product exits from form rollers 66 and
passes between drive rollers 46 which pulls the bonded prod-
uct 16 through corrugation apparatus 10.

In one exemplary embodiment, the corrugated products,
such as 16, 14 and 18 (FIGS. 1, 8 and 7, respectively) are
constructed of a food grade polymer, food grade polylactic
acid, or a food grade low density polyethylene (LDPE)
according to FDA guidelines 21 CFR177.

Still further according to the present invention, the poly-
ethylene film has a density of 0.85 to 1.00 grams per cubic
centimeter; a maximum extractable fraction (expressed as
percent by weight of the polymer) in N-hexane at specified
temperatures is 5.5% at 50° C.); and a maximum extractable
fraction (expressed as percent by weight of the polymer) in
xylene at specified temperatures is 11.3% at 25° C.

EXAMPLE 1
Mattress Fabrication

In various embodiments, the invention comprises a mat-
tress. In these embodiments, the mattress comprises an inner
corrugated foam core, a middle cushioning layer and an outer
cover layer. In these embodiments, the corrugated foam core
can be made as previously described for FIGS. 1,2 and 3. The
middle cushioning layer may comprise a second corrugated
foam product, a cotton batting layer, densified polyester or
foam such as polyurethane, polyester, polypropylene or poly-
lactic acid and the like. The outer cover layer may comprise
cotton or a laminated foam wherein the foam comprises,
polyurethane, polyethylene, polyester, polypropylene or
polylactic acid and the like and the laminate comprises a film
independently selected from polyurethane, polyethylene,
polyester, polypropylene or polylactic acid and the like. In
addition, in various embodiments, the mattress may comprise
a flame retardant layer between the middle cushioning layer
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and the outer cover layer. However, those of'skill in the art will
appreciate that in various embodiments a flame retardant may
not be necessary such as, for example, when the materials
themselves are not flammable, such as with polyester, or
because a flame retardant is added to one of the other layers.
In these embodiments, the flame retardant can be added to the
outer cover layer or the middle cushioning layer. For
example, if cotton batting is used for the middle cushioning
layer, boric acid (generally 15%) or other retardant can be
mixed into the cotton and no other flame retardant is neces-
sary. In various exemplary embodiments, the inner foam core
shown in FIGS. 1, 2 and 3, is a corrugated product 16 as
described herein and utilizes one or more of the above-iden-
tified polymers. The corrugated product 16 can include an
upper substrate 32, lower substrate 34 and a fluted middle
substrate 22 as described herein.

FIG. 13 illustrates one embodiment of a mattress 220 made
according to the instant invention. As shown, the core of the
mattress includes a single wall corrugated product as shown
at 16 in FIGS. 1 and 10-12. As shown in FIG. 13 a middle
substrate 222 an upper substrate 224 and a lower substrate
226 are cut to a desired size. In various embodiments, an
overhang, or open perimeter of upper and lower substrates
224/226 remains and side perimeter piece 228 and end perim-
eter piece 230 are added and sealed to both sides and ends of
the mattress providing support for the edges of the mattress.
In various embodiments, those of skill in the art will appre-
ciate that perimeter pieces are not required for the foam
mattress 220. Next a layer of cushioning material 232, such as
cotton, densified polyester or polypropylene 244 is wrapped
around the corrugated foam core 238 followed by a flame
barrier 234. Next a surface layer or cover 236 is added. In
some embodiments, the cover layer is a woven cotton fabric,
polyester or polypropylene while in some embodiments the
woven cotton layer polyester or polypropylene is coated with
a low density polyethylene that may be food grade (See, for
example, 21 CFR 177.1520). However, those of skill in the art
will appreciate that the cover layer can be any comfortable
fiber or polymer cover. In some embodiments the cover can be
a thin foam with a film laminated to it. In various embodi-
ments the film can be polyethylene, polypropylene, polyure-
thane or the like. It will be appreciated that using the disclosed
methods a mattress or cushion of any desirable size can be
made.

FIG. 14 illustrates another embodiment of a mattress 240
according to the invention. In this embodiment, the mattress
240 includes a single wall corrugated product 238 such as that
illustrate in FIG. 13. In this embodiment the single wall
corrugated product includes a top substrate 224, a middle
substrate 222 and a bottom substrate 226. The first single wall
product 238 can be finished with two end perimeter pieces
(not shown) and two side perimeter pieces 228 bonded to the
sides and ends of the corrugated product. In addition to clos-
ing the interior of the mattress, the side pieces act to provide
support for the edges of the mattress. In mattress embodiment
240 there is also a second single wall product 258 fixed to the
first single wall product. Included are a top substrate 244,
middle substrate, 242 and bottom substrate 246. In addition,
in this embodiment, there are two sider perimeter pieces 248
and two end perimeter pieces (not shown). In this embodi-
ment of the mattress 240, the middle substrate 242 and
optionally the top 244 and bottom 246 substrates may be
made of a thinner foam so as to provide a more resilient upper
layer providing more cushioned for the mattress user. In addi-
tion, the second single-wall corrugation product 258 is easily
fixed to the first single wall corrugation product 238 by heat-
ing the opposing substrates (e.g., 224 and 246) before they are
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stacked such that they are bonded to each other. After the first
corrugated product 238 and second corrugated product 258
may be bonded together the compound product is then
wrapped in a cover 252.

In various embodiments, mattress cover 236 and 252 com-
prises a layer of cotton or thin foam with polymer film lami-
nated to it. For example, when the mattress cover 236/252 is
foam the foam may be Y452-% inch composed of polyurethane,
polyethylene, polyester, polypropylene or polylactic acid. In
these embodiments, the polymer film can be independently
selected from polyurethane, polyethylene, polyester,
polypropylene or polylactic acid. In addition, while in some
embodiments the cover may envelop the mattress so as to
contain it on all sides and have an open end to accept insertion
of the mattress. In other embodiments, the cover may only
cover the top portion of the mattress and be bonded to the
sides of the first corrugated product so as to cover the under-
lying cushioning layer or second corrugated product. Those
of'skill in the art will appreciate that the cushioning layer, e.g.,
the second corrugated product does not need to be bonded to
the first corrugated product when the cover is used. For
example, when the cover is bonded to the sides of the first
corrugated product, such as for example by heat sealing the
cover to the sides or by adhesives, the cover will hold the
cushioning layer in place. Similarly, when the cover encases
the mattress, like for example, a pillow case, the cover is
stretched over the mattress and holds the component pieces
together, thereby simplifying construction of the mattress. In
some embodiments, the open end of the cover may be sealed.
Of course, those of skill in the art will appreciate that the
cover can beused in those embodiments of the mattress where
the cushioning layer is not a second corrugated product. For
example, the cover is equally useful when the cushioning
layer comprises cotton, densified polyester or polypropylene
cushioning.

In addition, while mattress 240 is “one-sided” e.g., it has
only the second single wall product 258 attached to one of the
surfaces of the first single wall product 238, it is contemplated
that the mattress could be one sided with a second single wall
cushion product bonded to the other side of product 238.
Further, those of skill in the art will appreciate that, while the
embodiment of mattress 240 shown comprises two separate
single wall products 238 and 258 bonded to each other, the
mattress could comprise a hybrid product 14 as shown in FI1G.
8 with a further foam piece or substrate bonded to fourth
substrate 78. Those of skill in the art will appreciate that
mattress 240 can be any size mattress ranging from a crib
mattress for babies to any desired size. Further, those of skill
in the art will appreciate that, while FIGS. 13 and 14 illustrate
the flutes of the corrugation layer aligned with the long axis of
the mattress, in some embodiments according to the inven-
tion, the corrugated layer may be arranged such that the flutes
are aligned with the short axis of the mattress.

Also, according to the present invention, the outer layer of
the article of furniture can be heat fused to a non-toxic sub-
strate within the article so as to provide improved tensile
strength and tear resistance to the outer layer of the article.
The non-toxic fabric substrate can be constructed of materials
including cotton, polyester, polypropylene and others or com-
binations thereof.

The innermost component of the article of furniture is
constructed of a corrugated, polymeric support system that
gives the article necessary strength, maintains the desired
shape of the article, provides the majority of the cushioning
requirements and provides the required weight support.

The corrugated support system includes an upper layer,
wherein the upper layer has a length, a width and a thickness;
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an optional lower layer, wherein the lower layer has a length,
a width and a thickness; and a middle, fluted layer placed
between the upper and lower layer. The fluted layer has a
length, a width and a thickness, wherein the fluted layer is
affixed to the upper and lower layers at contact points of the
fluted layer with the upper and lower layers. In general, poly-
meric media comprising the upper layer, lower layer and
middle layer is heated to a softening and passed through a
series of rollers to effect the corrugated shape. Cooling of the
polymer provides the final corrugated article.

EXAMPLE 2

Use of Plastic Stock for the Fabrication of
Corrugated Plastic

FIG. 15 illustrates a panel 300 made of corrugated plastic.
As shown the panel 300 includes upper substrate 332, lower
substrate 334 and middle substrate 322. FIG. 16 illustrates a
plastic panel 300 such as that shown in FIG. 15 but with a
printed surface 336. Using the disclosed technique, printed
substrates such as 336 can be pre-made prior to the corruga-
tion process. FIG. 17 illustrates a plastic panel such as that
shown in FIGS. 15 and 16 showing some usable dimensions
for this embodiment. Plastic substrates such as those repre-
sented at 332, 334 and 322 are commercially available such as
from, for example, Blueridge Films, Inc. (http://www.blu-
eridgefilms.conm/). In these embodiments the bonding of the
flutes to the upper and lower substrate is achieved by ultra-
sonic welding.

EXAMPLE 3

Use of Metal Roll Stock for the Fabrication of
Corrugated Steel

In some embodiments, according to the invention, as
shown in FIG. 18, a corrugated steel panel 400 can be made
using steel roll stock for one or more of the substrates 432,
434, 422. In this embodiment, the roll stock can be any of
those commercially available. FIG. 19 illustrates some usable
dimensions for the corrugated steel panel 400. In these
embodiments the bonding of the flutes to the upper and lower
substrate is achieved by ultrasonic welding.

EXAMPLE 4
Fabrication of Molded Furniture

FIGS. 20 and 21 represent various exemplary embodi-
ments of furniture that can be constructed according to the
present invention. FIG. 20 is a cut-away of a stylized chair
260 that can be constructed using the present invention and
showing the interior flutes of the middle substrate. As shown
the chair can be constructed by varying the ratio of V, to V, in
real time. In the embodiment of the chair 260 shown, a perim-
eter or overhang of the upper and lower substrate with respect
to the middle substrate is provided such that edge pieces 262
can be inserted to seal the chair. FIG. 21 illustrates a book-
shelf 270 made using the corrugated products of the invention
according to another exemplary embodiment. In the embodi-
ment shown, six planar, single wall corrugated pieces are
assembled as shown to comprise two side pieces, two shelves
and a top and a bottom to the bookshelf. Additionally, a back
piece is provided in the book case which is optional and can
be a corrugated product if desired or may just be an individual
piece of substrate. In this embodiment, the corrugated prod-
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ucts are produced with a “wood-grain” finish comprising a
pre-printed-wood grain by the process used in FIG. 15. In this
embodiment a standard wood veneer is glued to the outer
surface of the corrugated product. Such veneers are commer-
cially available, such as from, for example, WiseWood
Veneer, (http://'www.wisewoodveneer.com/index.html).
Those of skill in the art will appreciate that when fabricating
furniture according to the instant invention, different sub-
strates can be used as desired. For example, chair 260 may
have a stiff plastic, load-bearing plastic as the lower substrate
while a soft foam may be desirable as the upper substrate. The
middle substrate can be varied according to the stiffhess of the
cushion desired by the user. Of course, those of skill will
appreciate that the substrates may all be the same, such as for
instance load-bearing plastic and a foam of cushion piece
may be applied to the upper surface of chair 260 if desired. In
addition, while the foam pieces are generally available from
the manufacturer in white, foam pieces can be dyed to any
desirable color.

FIG. 22 illustrates partition panels according to one
embodiment of the invention. In this embodiment, the parti-
tions, such as those used for making office “cubicles” can be
made using any desirable material for the upper, middle and
lower substrates and can provide any desirable finish. For
example, for interior office spaces, it may be desirable to have
an outer surface that is hard and durable such as a stiff plastic.
The interior surface of the partition, the substrate can be made
of a dense, closed cell foam such that the user of the office
cubicle can use pins or other fastening devices to attach paper
or the like to the substrate surface. In some embodiments, it
may be desirable for the middle substrate to be a sound
absorbing foam such thatnoise is absorbed by the partition. In
addition, the purchaser can choose to have the outer surface
printed with any desirable motif such as a wood grain, a
soothing forest scene or the like. The partition panels 280 can
be any desirable size and can be set into a frame having
alternating male and female flanges 282/284.

EXAMPLE 5
Fabrication of Corrugated Columns

FIG. 23 illustrates a column made of single wall corrugated
product according to one embodiment of the invention. As
illustrated, the corrugated column is made by maintaining a
constant ratio of V>V, (or V,>V ). Those of skill in the art
will appreciate that the diameter of the column can be con-
trolled simply by using a desired ratio of V1 to V2. For
example, for a small diameter column, V1 would be much
greater than V2 whereas a larger diameter column would
require less difference between the two velocities. Similarly,
an oblong column could be manufactured by having V1=V2
symmetrically on either side of a curved portion (e.g.,
V1>V2). Those of skill in the art will appreciate that the
column can be any size and, as with other products can be
composed of any substrate required. Thus, the column 290
can be fabricated of foam, plastic or metal and can be used to
make the legs of a table when attached to a planar corrugated
product such as that shown for the wall panel or the legs of a
chair, etc. when attached to a product such as 260 shown in
FIG. 20. Similarly, the column can be used for a structural
component when fabricated with a metal roll stock and used
as a building support. Further, when fabricated, the ends of
the column can be fastened together by leaving an overhang
of the upper and lower substrates with respect to the middle
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substrate and joining the ends, such as by sonic welding to
comprise a completely closed circular column.

EXAMPLE 6
Fabrication of Building Materials

In an another exemplary embodiment, shown in FIG. 24,
the corrugation apparatus can be used for making building
materials such as walls and roofs (not shown) for houses.
These building panels may be used for construction of wall
having weight bearing capabilities. In this embodiment the
upper and lower substrates can be more robust, such as, for
example, plastic, rolled metal stock such as copper or steel. In
addition, the middle substrate can be any desirable substrate
such as sound absorbing foam, or plastic or metal. Generally,
when used for wall panels, the corrugated product of the
invention is about 8'x14' or larger. The panels can be fitted
together using any suitable means. For example, the panels
can have complementary tracks comprising a male flange
similar to that shown in FIG. 22 or tongue and groove cou-
pling that can be secured together by any convenient device
such as screws (not shown). Further conduits can be provided
in the space defined by the flutes such that the corrugated
building panels do not need to be altered to accept electricals
and the like. Further, it should be appreciated that, while the
building panels of the instant invention can be substituted for
conventional building components, such as ply-wood and/or
2x4’s the building panels can also be formed to encompass
the finishing materials as well. Thus, the outer substrate of the
corrugated product may be cured and/or smooth such that the
building panel also incorporates the smoothness and fin-
ishabilty of dry wall. In addition, it will be appreciated that the
corrugated material could be either polymer or cellulose-
based or, mixtures of the two.

EXAMPLE 7
Fabrication of Continuous Corrugated Columns

Another exemplary embodiment of the invention provides
an a continuous spiral tube or column 390 that can be created
using the described method is a continuous tube that has
corrugated walls. In this embodiment, if V, and V, are con-
stant but not equal, the output corrugation will form a consis-
tent curvature with constant radius as described for Example
5. However, in the embodiment of this Example, if the width
of the corrugation is narrow relative to its radius, and the
material of the substrate has sufficient flexibility, the output
corrugation can be displaced and twisted into a spiral as
shown in FIGS. 25 and 26. Additionally, the orientation of the
corrugation apparatus can be adjusted slightly in order to
enable the natural tendency of the output to form the spiral
without damage to the integrity of the corrugated product.
According to one embodiment provided herein, if form roll-
ers 40 and feed guide 20 are rotated relative to each other, in
the plane perpendicular to the direction of material travel, the
output will have a natural twist in it. This twist will make it
easier to form the curved output into a spiral.

In various embodiments, the output spiral can be rotated
around its center axis as the corrugation is being formed so
that newly formed spiral is constantly added to and the tubular
length grows indefinitely.

In some exemplary embodiments, as the spiral is being
formed, bonding, such as, for example, by welding, adhesive
or the like, can be applied to the adjacent edges of the spiral,
sealing the column or tube 390 as it grows. In these and
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various other exemplary embodiments, the bonding can be
made at the boundary between two adjoining edges of the
spiral. Those of skill in the art will appreciate that the bonding
can be administered from the outside of the tube or the inside
of the tube, or both. In other exemplary embodiments, addi-
tional material or substrate (the same or different from that of
the body of the spiral) can be added overlaying or underlying
(or both) the juncture of the adjacent edges of the spiral
increasing the strength of the bond.

One example of a bonding method would be to introduce a
linear material to bridge the adjacent edges together. As the
tube spirals off of a roll it would be adhered using adhesive,
heat, ultrasonic, etc. For example, a roll of adhesive tape
could be applied continuously over the seam.

In one embodiment as shown in planar view FIG. 27, upper
layer 32 or lower layer 34 can be secured to each other at seam
392 by material 391. By this method, the adjoining layers at
seam 392 are abutted and bonded to each other to provide a
continuous spiral. Material 391 can be, for example but not
limited to, an adhesive tape, an adhesive resin, chemical melt-
ing or adhesion of material onto seam 392, thermoset bond-
ing, plasma activated bonding, heat welding, or mechanical
fasteners. For example, a strip of material 391, similar or
identical to upper layer or lower layers 32 or 34 could be
treated with a solvent to cause the material to become sticky
s0 as to secure the layer(s) at seam 392.

In another embodiment the middle substrate 22 can be
provided such that it is wider than the upper 32 and lower 34
substrates such that the middle wavy section of the corruga-
tion cantilever past the edges of the upper and lower sub-
strates forming ridges 393 as shown in planar view FIG. 28.
For example, material 391, such as a roll of adhesive tape,
could be applied continuously within the groove formed from
adjacent abutted ridges 393 shown in planar view FIG. 29.

Alternatively, all three substrates could have equal width
having the middle substrate 22 off-set from the upper 32 and
lower 34 substrates to provide complementary ridge 393 and
groove 394 as shown in planar view FIG. 30. By this method,
the ridge and groove fit together as the spiral comes around
360 degrees to the starting point at seam 395 to provide
continuous spiral as shown in planar view FIG. 31. Bonding
may not be necessary but could be accomplished for example
but not limited to, material 391, as described above, adhesive
resin, chemical melting, thermoset bonding, plasma activated
bonding, heat welding, or mechanical fasteners.

In another embodiment the middle substrate 22 could be
narrower than the upper 32 and lower 34 substrates and then
be positioned to one side (“left justify” or “right justify” the
layers before corrugation) to give a flush edge 396 and a
groove 394. Then as the spiral comes around 360 degrees to
the starting point, the flush edge 396 of the corrugation can
“nest” between groove 394 at seam 397 as shown in planar
view FIG. 32. FIG. 33 depicts a three-dimensional perspec-
tive of this embodiment. Bonding may not be necessary but
could be accomplished as noted above, for example but not
limited to, adhesive tape, adhesive resin, chemical melting,
thermoset bonding, plasma activated bonding, heat welding,
or mechanical fasteners.

There are many possible methods to impart a spiral con-
figuration to the corrugated product. One method is to angle
the feed guide 20 relative to the form guide 30 so they are no
longer parallel, but tilted at an angle relative to each other as
shown in FIGS. 34 and 35.

Alternatively form guide 30 may be twisted. This will
impart a slight helical “twist” to the corrugation. That, in
combination with the circular output (V1>V2), forms a spiral.
Another way to impart a twist is to use an apparatus as seen in
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FIG. 36, with form 30 which is used as a conduit for middle
substrate 22 thus delaying the point of bonding until after
several waves have been created. The shape of form 30 is
twisted so that it would impart a helical shape to the middle
substrate 22 before bonding shown in FIG. 37. Then, when
upper and lower substrates 32 and 34 are added, the corruga-
tion already has a natural twist to it.

There are many applications for the described continuous
tube 390. One example is a long pipe used for transporting
liquids. Such pipes may either be fabricated from concrete or
metals such as steel and/or iron. Currently, pipes for this
application are prefabricated out of solid steel, plastic, or
concrete. They are expensive to manufacture and their weight
and size make them difficult to transport to the site of instal-
lation. The maximum possible length of each segment is also
limited by transportation requirements (i.e. usually by truck
flatbed length which is around 50 feet). Spiral tube 390 would
be many times lighter than steel or concrete, and could be
manufactured using mobile equipment on site to create much
longer segments. The strength resulting from corrugation of
the spiral results in a continuous tube or column 390 having
strength that matches existing materials, but in a much more
lightweight material. Additionally, continuous tube 390
would be more flexible than existing materials and therefore
more resilient during stresses from earthquakes, impacts, and
installation.

In various embodiments, the spiral tube 390 can be used for
structural columns and supports, tubular ducts, pressurized
tubes, protective sleeves, and can be used for most applica-
tions that require cylindrical and structurally strong compo-
nents.

Those of skill in the art will appreciate that, one of the
major advantages of this embodiment is the ability to create
very long tubes out of narrow width input material. The
apparatus required to process these narrow widths becomes
less expensive and easier to design and operate as the input
width decreases. This is in contrast to the tube shown in FIG.
23 which is limited in length to the width of the input material.

The following paragraphs enumerated consecutively from
1 through 90 provide for various aspects of the present inven-
tion. In one embodiment, in a first paragraph (1), the present
invention provides:

1. A method to prepare a corrugated product, comprising
the steps of: providing an upper and a lower substrate at a rate
of V, and V, wherein the upper and lower substrates are
maintained at a distance S, from each other; and providing a
middle substrate, interposed between the upper substrate and
the lower substrate, at a rate of V5, at a trajectory to impact the
upper or lower substrates, wherein the rate V is greater than
the rates of V, and V, such that the middle substrate forms
flutes alternately contacting the upper and lower substrates;
wherein a corrugated product is formed.

2. The method of paragraph 1, wherein the distance S1 is
delimited by a form guide.

3. The method of paragraph 2, wherein the form guide
comprises an upper and a lower surface.

4. The method of paragraph 3, wherein the upper and lower
surface comprises plates or rollers.

5. The method of paragraphs 1-4, wherein the middle sub-
strate is directed between the upper substrate and the lower
substrate by a feed guide.

6. The method of either of paragraphs 1 through 5 further
comprising drive rollers positioned prior to the feed guide to
drive the middle substrate.

7. The method of any of paragraphs 1 through 6, further
comprising a second set of drive rollers after the form guideto
pull the corrugated product through the apparatus.
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8. The method of any of paragraphs 1 through 7, further
comprising attaching the flutes of the middle substrate to the
upper and lower substrates.

9. The method of paragraph 8, wherein the flutes of the
middle substrate are attached via an adhesive, a solvent suit-
able to partially dissolve the substrates, infrared heat, heat,
laser welding or ultrasonic welding.

10. The method of any of paragraphs 1 through 9, wherein
V, and V, are equal.

11. The method of paragraphs 1 through 10, wherein the
substrates are independently selected from poly(lactide-co-
glycolide) (PLGA), polylactide (PLA), polyglycolide (PGA),
D-lactide, D,L-lactide, L-lactide, D,L.-lactide-epsilon-capro-
lactone, D,L-lactide-glycolide-epsilon-caprolactone, poly-
epsilon-caprolactone, glycolide-caprolactone or combina-
tions thereof, carboxymethyl cellulose, cellulose acetate,
cellulose acetate propionate, ethyl cellulose, hydroxypropyl
methyl cellulose, hydroxyalkyl methyl celluloses, and alkyl
celluloses, polydimethylsiloxane, polyethylene-co-(vinyl
acetate), poloxamer, polyvinylpyrrolidone, poloxamine,
polypropylene, polyamide, polyacetal, polyester, poly ethyl-
ene-chlorotrifiuoroethylene, polytetrafiuoroethylene (PTFE
or “Teflon™”), styrene butadiene rubber, polyethylene,
polypropylene, polyphenylene oxide-polystyrene, poly-al-
pha-chloro-p-xylene, polymethylpentene, polysulfone, non-
degradable ethylene-vinyl acetate (e.g., ethylene vinyl
acetate disks and poly(ethylene-co-vinyl acetate)), poly(N-
isopropylacrylamide), delrin, polyurethane, copolymers of
silicone and polyurethane, polyolefins (such as polyisobuty-
lene and polyisoprene), acrylamides (such as polyacrylic acid
and poly(acrylonitrile-acrylic acid)), neoprene, nitrile, acry-
lates (such as polyacrylates, poly(2-hydroxy ethyl methacry-
late), methacrylates, methyl methacrylate, 2-hydroxyethyl
methacrylate, and copolymers of acrylates with N-vinyl pyr-
rolidone), N-vinyl lactams, polyacrylonitrile, glucomannan
gel, vulcanized rubber, poly(3-hydroxybutyrate) and combi-
nations thereof.

12. The method of any of paragraphs 1 through 8, wherein
the upper, lower and middle substrates comprise polyethyl-
ene.
13. The method of paragraph 8, wherein the polyethylene is
closed cell low density polyethylene foam.

14. The method of paragraphs 1 through 13, wherein the
polyethylene is food grade polyethylene.

15. An apparatus to prepare a corrugated product, compris-
ing:

a first pair of drive rollers actuated to drive a middle at a
velocity V5; a form guide positioned after the drive rollers;
wherein the form guide provides an upper surface to guide an
upper substrate and a lower surface to guide a lower substrate;
a second pair of drive rollers actuated to have a velocity V ;
wherein V; is greater than V,; a bonding device positioned
about the upper surface and the lower surface of the form
guide, wherein the bonding device attaches the middle sub-
strate to the upper and lower substrates; wherein a corrugated
product is prepared.

16. The apparatus of paragraph 15, wherein the form guide
is a set of substantially parallel plates, parallel rollers or a
combination thereof.

17. The apparatus of paragraphs 15 through 16, wherein a
feed guide is positioned after the first pair of drive rollers and
comprises two plates separated by a distance that can be
varied to accept the middle substrate.

18. The apparatus of any of paragraphs 15 through 17,
wherein the bonding device is a heater, a solvent, a sonic
welder, a laser welder or an adhesive bonding the flutes of the
middle substrate with the upper and lower substrates.
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19. The apparatus of any of paragraphs 15 through 18,
further comprising a cutting apparatus.

20. The apparatus of paragraphs 15 through 19, further
comprising one or more guide rollers to guide the upper
substrate into the form guide and the lower substrate into the
form guide.

21. The apparatus of paragraphs 15-20, wherein the second
pair of drive rollers is situated in the apparatus after the
corrugated product exits the form guide.

22. The apparatus of paragraphs 15-20, wherein the second
pair of drive rollers is located before the form guide and drives
only the upper substrate at a velocity V.

23. The apparatus of paragraphs 15-20, and 22 wherein a
third set of drive rollers is located before the form guide and
drives only the lower substrate at a velocity V.

24. The apparatus of paragraphs 15 through 23 wherein the
drive rollers are actuated separately.

25. The apparatus of paragraphs 15 through 23 wherein the
drive rollers are actuated together.

26. An apparatus to prepare a corrugated article, compris-
ing:

afirst pair of drive rollers to feed a middle substrate at arate
V, through the feed guide;

a form guide, positioned after the first pair of drive rollers
and comprising an upper and a lower surface separated by a
distance S,, wherein the form guide accepts an upper sub-
strate on its upper surface and a lower substrate on its lower
surface;

a bonding device positioned about the upper surface and
the lower surface of the form guide, wherein the bonding
device attaches flutes of the middle substrate to the upper and
lower substrates to provide a corrugated product;

a second pair of drive rollers positioned after the form
guide and pulls the corrugated product through the apparatus;

wherein a corrugated article is produced.

27. The apparatus of paragraph 26, wherein the form guide
is a set of substantially parallel plates, parallel rollers or
combinations thereof.

28. The apparatus of paragraphs 26 through 27, further
including a feed guide, wherein the feed guide is two plates
separated by a distance that can be varied to accept the middle
substrate.

29. The apparatus of any of paragraphs 26 through 28,
wherein the bonding device is a heater, a sonic welder, a laser
welder or an adhesive bonding the flutes of the middle sub-
strate with the upper and lower substrates.

30. The apparatus of any of paragraphs 26 through 29,
further comprising a cutting apparatus.

31. A method of making a corrugated product comprising:

(a) providing an upper substrate and a lower substrate, the
upper substrate moving at a velocity V,; and the lower sub-
strate moving at a velocity V,, the upper substrate and the
lower substrate being essentially parallel to each other and
separated by a distance ‘S,’;

(b) providing a middle substrate, the middle substrate situ-
ated between the upper substrate and the lower substrate and
moving at a velocity V;, wherein V is greater than V, orV,,;

(c) propelling the middle substrate at a trajectory to contact
the upper substrate or the lower substrate, wherein upon con-
tact with the upper substrate or the lower substrate, the middle
substrate rebounds in an opposite direction to contact the
opposing substrate, wherein, upon contact with the opposing
substrate, the middle substrate rebounds to contact the other
substrate; and
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(d) attaching the point of contact of the middle substrate
with the upper substrate and the lower substrate such that the
middle substrate forms flutes between the upper substrate and
the lower substrate;

wherein a corrugated product is provided.

32. The method of paragraph 31, wherein V, and V, are
equal.

33. The method of paragraph 31, wherein V|, and V, are not
equal.

34. The method of paragraphs 31 through 33, wherein the
first, second and third substrates independently comprise:

polyethylene derivatives, polylactic acid derivatives, cel-
Iulose derivatives, silicon and silicon-based polymers and
methacrylates.

35. The method of paragraphs 31 through 34, wherein the
first, second and third substrates independently comprise:

poly(lactide-co-glycolide) (PLGA), polylactide (PLA),
polyglycolide (PGA), D-lactide, D,L-lactide, L-lactide, D,L-
lactide-epsilon-caprolactone, D,I-lactide-glycolide-epsilon-
caprolactone, polyepsilon-caprolactone, glycolide-caprolac-
tone or combinations thereof, carboxymethyl cellulose,
cellulose acetate, cellulose acetate propionate, ethyl cellu-
lose, hydroxypropyl methyl cellulose, hydroxyalkyl methyl
celluloses, and alkyl celluloses, polydimethylsiloxane, poly-
ethylene-co-(vinyl acetate), poloxamer, polyvinylpyrroli-
done, poloxamine, polypropylene, polyamide, polyacetal,
polyester, poly ethylene-chlorotriffuoroethylene, polytet-
rafluoroethylene (PTFE or “Teflon™”), styrene butadiene
rubber, polyethylene, polypropylene, polyphenylene oxide-
polystyrene, poly-alpha-chloro-p-xylene, polymethylpen-
tene, polysulfone, non-degradable ethylene-vinyl acetate
(e.g., ethylene vinyl acetate disks and poly(ethylene-co-vinyl
acetate)), poly(N-isopropylacrylamide), delrin, polyure-
thane, copolymers of silicone and polyurethane, polyolefins
(such as polyisobutylene and polyisoprene), acrylamides
(such as polyacrylic acid and poly(acrylonitrile-acrylic
acid)), neoprene, nitrile, acrylates (such as polyacrylates,
poly(2-hydroxy ethyl methacrylate), methacrylates, methyl
methacrylate, 2-hydroxyethyl methacrylate, and copolymers
of acrylates with N-vinyl pyrrolidone), N-vinyl lactams,
polyacrylonitrile, glucomannan gel, vulcanized rubber, poly
(3-hydroxybutyrate) and combinations thereof.

36. The method of paragraphs 31 through 35, wherein the
polyethylene is closed cell low density polyethylene foam.

37. The method of paragraphs 31 through 36, wherein the
upper, lower and middle substrates are independently
selected from: a food grade polymer, food grade polylactic
acid or a food grade low density polyethylene (LDPE)
according to FDA regulations.

38. The method of paragraphs 24 through 30, wherein
attaching is accomplished using an adhesive, a solvent suit-
able to partially dissolve the substrates, infrared heat, heat,
laser or ultrasonic welding.

39. A corrugated mattress comprising: a first corrugated
product, the first corrugated product including:

an upper substrate;

a middle substrate; and

a lower substrate;

wherein the middle substrate is fluted and the flutes are
fixed to the upper and lower substrates to form a single wall
corrugated foam mattress.

40. The corrugated mattress of paragraphs 39, further com-
prising a next layer of cotton, densified polyester or polypro-
pylene covering the corrugated foam product.

41. The corrugated mattress of paragraphs 39 through 40,
wherein a flame barrier covers the cotton polyester or
polypropylene covering.
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42. The corrugated mattress of paragraphs 39 through 41,
further comprising a surface layer.

43. The corrugated mattress of paragraphs 39 through 42,
wherein the upper, middle and lower substrates indepen-
dently comprise:

polyethylene derivatives, polylactic acid derivatives, cel-
Iulose derivatives, silicon and silicon-based polymers and
methacrylates.

44. The corrugated mattress of paragraphs 39 through 43,
wherein the upper, middle and lower substrates indepen-
dently comprise:

poly(lactide-co-glycolide) (PLGA), polylactide (PLA),
polyglycolide (PGA), D-lactide, D,L-lactide, L-lactide, D,L-
lactide-epsilon-caprolactone, D,L-lactide-glycolide-epsilon-
caprolactone, polyepsilon-caprolactone, glycolide-caprolac-
tone or combinations thereof, carboxymethyl cellulose,
cellulose acetate, cellulose acetate propionate, ethyl cellu-
lose, hydroxypropyl methyl cellulose, hydroxyalkyl methyl
celluloses, and alkyl celluloses, polydimethylsiloxane, poly-
ethylene-co-(vinyl acetate), poloxamer, polyvinylpyrroli-
done, poloxamine, polypropylene, polyamide, polyacetal,
polyester, poly ethylene-chlorotriffuoroethylene, polytet-
rafluoroethylene (PTFE or “Teflon™”), styrene butadiene
rubber, polyethylene, polypropylene, polyphenylene oxide-
polystyrene, poly-alpha-chloro-p-xylene, polymethylpen-
tene, polysulfone, non-degradable ethylene-vinyl acetate
(e.g., ethylene vinyl acetate disks and poly(ethylene-co-vinyl
acetate)), poly(N-isopropylacrylamide), delrin, polyure-
thane, copolymers of silicone and polyurethane, polyolefins
(such as polyisobutylene and polyisoprene), acrylamides
(such as polyacrylic acid and poly(acrylonitrile-acrylic
acid)), neoprene, nitrile, acrylates (such as polyacrylates,
poly(2-hydroxy ethyl methacrylate), methacrylates, methyl
methacrylate, 2-hydroxyethyl methacrylate, and copolymers
of acrylates with N-vinyl pyrrolidone), N-vinyl lactams,
polyacrylonitrile, glucomannan gel, vulcanized rubber, poly
(3-hydroxybutyrate) and combinations thereof.

45. The mattress of paragraphs 39 through 44, wherein the
polyethylene is closed cell low density polyethylene foam.

46. The mattress of paragraphs 39 through 45, wherein the
upper, lower and middle substrates are independently
selected from: a food grade polymer, food grade polylactic
acid, or a food grade low density polyethylene (LDPE)
according to FDA guidelines.

47. The mattress of paragraphs 39 and 43 through 46,
further comprising a second corrugated product adhered to
the upper or lower substrate wherein the second corrugated
product comprises a second upper substrate, a second lower
substrate and a second middle substrate corrugated between
the second upper and lower substrates and two side perimeter
pieces and two end perimeter pieces.

48. The mattress of paragraphs 39 and 43 through 47,
wherein the second corrugated product is adhered to the first
corrugated product using heat or adhesive.

49. The mattress of paragraphs 39 and 43 through 48,
wherein the second corrugated product is made from sub-
strates that are thinner and more resilient than providing a
more cushion-like feel than the substrates used to make the
first corrugated product.

50. The mattress of paragraphs 39 and 43 through 49,
wherein the second upper, second middle and second lower
substrates independently comprise:

polyethylene derivatives, polylactic acid derivatives, cel-
Iulose derivatives, silicon and silicon-based polymers and
methacrylates.

51. The mattress of paragraphs 39 and 43 through 50,
wherein the second upper, second middle and second lower
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substrates independently comprise: poly(lactide-co-gly-
colide) (PLGA), polylactide (PLA), polyglycolide (PGA),
D-lactide, D, L-lactide, L-lactide, D,L.-lactide-epsilon-capro-
lactone, D,L-lactide-glycolide-epsilon-caprolactone, poly-
epsilon-caprolactone, glycolide-caprolactone or combina-
tions thereof, carboxymethyl cellulose, cellulose acetate,
cellulose acetate propionate, ethyl cellulose, hydroxypropyl
methyl cellulose, hydroxyalkyl methyl celluloses, and alkyl
celluloses, polydimethylsiloxane, polyethylene-co-(vinyl
acetate), poloxamer, polyvinylpyrrolidone, poloxamine,
polypropylene, polyamide, polyacetal, polyester, poly ethyl-
ene-chlorotrifiuoroethylene, polytetrafiuoroethylene (PTFE
or “Teflon™”), styrene butadiene rubber, polyethylene,
polypropylene, polyphenylene oxide-polystyrene, poly-al-
pha-chloro-p-xylene, polymethylpentene, polysulfone, non-
degradable ethylene-vinyl acetate (e.g., ethylene vinyl
acetate disks and poly(ethylene-co-vinyl acetate)), poly(N-
isopropylacrylamide), delrin, polyurethane, copolymers of
silicone and polyurethane, polyolefins (such as polyisobuty-
lene and polyisoprene), acrylamides (such as polyacrylic acid
and poly(acrylonitrile-acrylic acid)), neoprene, nitrile, acry-
lates (such as polyacrylates, poly(2-hydroxy ethyl methacry-
late), methacrylates, methyl methacrylate, 2-hydroxyethyl
methacrylate, and copolymers of acrylates with N-vinyl pyr-
rolidone), N-vinyl lactams, polyacrylonitrile, glucomannan
gel, vulcanized rubber, poly(3-hydroxybutyrate) and combi-
nations thereof.

52. The mattress of paragraphs 39 and 43 through 51,
wherein the polyethylene is closed cell low density polyeth-
ylene foam.

53. The mattress of paragraphs 39 and 43 through 52,
wherein the second upper, second lower and second middle
substrates are independently selected from: a food grade
polymer, food grade polylactic acid, or a food grade low
density polyethylene (LDPE) according to FDA guidelines.

54. The mattress of paragraphs 39 through 53 further com-
prising: two side perimeter pieces; and two end perimeter
pieces wherein the two side pieces are fixed to the sides of the
corrugated foam product and the two end pieces are fixed to
the ends of the foam product to enclose the interior of the
mattress.

55. A method of making a foam mattress comprising a first
corrugated product including:

preparing a single wall foam corrugated product having an
upper substrate, a middle substrate and a lower substrate,
wherein the middle substrate is fluted and the flutes of the
middle substrate are attached to the upper and lower sub-
strates to make a foam mattress.

56.The method of paragraph 55 further including attaching
foam perimeter pieces around the outside of foam mattress.

57. The method of paragraph 55 further comprising wrap-
ping the enclosed corrugated product with a layer of cotton,
densified polyester or polypropylene.

58. The method of paragraphs 55 through 57 further
including a flame barrier on top of the cotton, densified poly-
ester or polypropylene layer.

59. The method of paragraphs 55 through 58, further
including an outer layer on top of the flame barrier.

60. The method of paragraphs 55 through 59, wherein the
upper, middle and lower substrates independently comprise:

polyethylene derivatives, polylactic acid derivatives, cel-
Iulose derivatives, silicon and silicon-based polymers and
methacrylates.

61. The method of paragraphs 55 through 60, wherein the
upper, middle and lower substrates independently comprise:

poly(lactide-co-glycolide) (PLGA), polylactide (PLA),
polyglycolide (PGA), D-lactide, D,L-lactide, L-lactide, D,L-
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lactide-epsilon-caprolactone, D,L-lactide-glycolide-epsilon-
caprolactone, polyepsilon-caprolactone, glycolide-caprolac-
tone or combinations thereof, carboxymethyl cellulose,
cellulose acetate, cellulose acetate propionate, ethyl cellu-
lose, hydroxypropyl methyl cellulose, hydroxyalkyl methyl
celluloses, and alkyl celluloses, polydimethylsiloxane, poly-
ethylene-co-(vinyl acetate), poloxamer, polyvinylpyrroli-
done, poloxamine, polypropylene, polyamide, polyacetal,
polyester, poly ethylene-chlorotriffuoroethylene, polytet-
rafluoroethylene (PTFE or “Teflon™”), styrene butadiene
rubber, polyethylene, polypropylene, polyphenylene oxide-
polystyrene, poly-alpha-chloro-p-xylene, polymethylpen-
tene, polysulfone, non-degradable ethylene-vinyl acetate
(e.g., ethylene vinyl acetate disks and poly(ethylene-co-vinyl
acetate)), poly(N-isopropylacrylamide), delrin, polyure-
thane, copolymers of silicone and polyurethane, polyolefins
(such as polyisobutylene and polyisoprene), acrylamides
(such as polyacrylic acid and poly(acrylonitrile-acrylic
acid)), neoprene, nitrile, acrylates (such as polyacrylates,
poly(2-hydroxy ethyl methacrylate), methacrylates, methyl
methacrylate, 2-hydroxyethyl methacrylate, and copolymers
of acrylates with N-vinyl pyrrolidone), N-vinyl lactams,
polyacrylonitrile, glucomannan gel, vulcanized rubber, poly
(3-hydroxybutyrate) and combinations thereof.

62. The method of paragraph 55 through 61, wherein the
polyethylene is closed cell low density polyethylene foam.

63. The method of paragraphs 55 through 62, wherein the
upper, lower and middle substrates are independently
selected from: a food grade polymer, food grade polylactic
acid, or a food grade low density polyethylene (LDPE)
according to FDA guidelines.

64. The method of paragraphs 55 through 63, wherein
attaching is accomplished using an adhesive, a solvent suit-
able to partially dissolve the substrates, infrared heat, heat,
laser or ultrasonic welding.

65. The mattress of paragraphs 55 and 58 through 64,
further comprising a second corrugated product adhered to
the upper or lower substrate wherein the second corrugated
product comprises a second upper substrate, a second lower
substrate and a second middle substrate corrugated between
the second upper and lower substrates and two side perimeter
pieces and two end perimeter pieces.

66. The mattress of paragraphs 55 and 58 through 65,
wherein the second corrugated product is adhered to the first
corrugated product using heat or adhesive.

67. The mattress of paragraphs 55 and 58 through 66,
wherein the second corrugated product is made from sub-
strates that are thinner and more resilient than providing a
more cushion-like feel than the substrates used to make the
first corrugated product.

68. the mattress of paragraphs 55 and 58 through 67,
wherein the second upper, second middle and second lower
substrates independently comprise:

polyethylene derivatives, polylactic acid derivatives, cel-
Iulose derivatives, silicon and silicon-based polymers and
methacrylates.

69. The mattress of paragraphs 55 and 58 through 68,
wherein the second upper, second middle and second lower
substrates independently comprise:

poly(lactide-co-glycolide) (PLGA), polylactide (PLA),
polyglycolide (PGA), D-lactide, D,L-lactide, L-lactide, D,L-
lactide-epsilon-caprolactone, D,L-lactide-glycolide-epsilon-
caprolactone, polyepsilon-caprolactone, glycolide-caprolac-
tone or combinations thereof, carboxymethyl cellulose,
cellulose acetate, cellulose acetate propionate, ethyl cellu-
lose, hydroxypropyl methyl cellulose, hydroxyalkyl methyl
celluloses, and alkyl celluloses, polydimethylsiloxane, poly-
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ethylene-co-(vinyl acetate), poloxamer, polyvinylpyrroli-
done, poloxamine, polypropylene, polyamide, polyacetal,
polyester, poly ethylene-chlorotriffuoroethylene, polytet-
rafluoroethylene (PTFE or “Teflon™”), styrene butadiene
rubber, polyethylene, polypropylene, polyphenylene oxide-
polystyrene, poly-alpha-chloro-p-xylene, polymethylpen-
tene, polysulfone, non-degradable ethylene-vinyl acetate
(e.g., ethylene vinyl acetate disks and poly(ethylene-co-vinyl
acetate)), poly(N-isopropylacrylamide), delrin, polyure-
thane, copolymers of silicone and polyurethane, polyolefins
(such as polyisobutylene and polyisoprene), acrylamides
(such as polyacrylic acid and poly(acrylonitrile-acrylic
acid)), neoprene, nitrile, acrylates (such as polyacrylates,
poly(2-hydroxy ethyl methacrylate), methacrylates, methyl
methacrylate, 2-hydroxyethyl methacrylate, and copolymers
of acrylates with N-vinyl pyrrolidone), N-vinyl lactams,
polyacrylonitrile, glucomannan gel, vulcanized rubber, poly
(3-hydroxybutyrate) and combinations thereof.

70. The mattress of paragraphs 55 and 58 through 69
wherein the polyethylene is closed cell low density polyeth-
ylene foam.

71. The mattress of paragraphs 55 and 58 through 70,
wherein the second upper, second lower and second middle
substrates are independently selected from: Polylactic Acid
which has been FDA as a Food Grade Polymer or a Food
Grade low density polyethylene (LDPE) that meets FDA
guidelines.

72. A mattress cover, the mattress cover comprising a lami-
nated foam covering at least one surface of the mattress.

73. The mattress cover of paragraph 72, wherein the foam
comprises, polyurethane, polyethylene, polyester, polypro-
pylene or polylactic acid.

74. The mattress cover of paragraphs 72 through 73,
wherein the foam is about Y42 to ¥4 inch thick.

75. The mattress cover of paragraphs 72 through 74,
wherein the laminate is a film of polyurethane, polyethylene,
polyester, polypropylene or polylactic acid.

76. The mattress cover of paragraphs 72 through 75,
wherein the cover is bonded to the sides of the mattress.

77. The mattress cover of paragraphs 72 through 76,
wherein the cover envelops the mattress to contain it having
an open end to accept the mattress.

78. A continuous corrugated tube comprising

an upper substrate;

a middle substrate; and

a lower substrate;

wherein the middle substrate is fluted and the flutes are

fixed to the upper and lower substrates to form a single
wall corrugated product;

wherein a process is implicated to impart a helical twist to

the corrugation;

wherein a top edge of the construct abuts a bottom edge of

the construct at an angle such that the construct forms a
spiral tube.

79. The continuous corrugated tube of paragraph 78,
wherein the abutted top edge and bottom edge are bonded to
each other.

80. The continuous corrugated tube of paragraph 78,
wherein the upper, middle and lower substrates indepen-
dently comprise:

thermoplastic polymers, thermoset polymers, fiberglass
reinforced polymers (FRP), and metal roll stock.

81. The continuous corrugated tube of paragraphs 78-80,
wherein the thermoplastic polymers are independently
selected from foam or sheets of poly(lactide-co-glycolide)
(PLGA), polylactide (PLA), polyglycolide (PGA), D-lactide,
D,L-lactide, L-lactide, D,L-lactide-epsilon-caprolactone,
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D,L-lactide-glycolide-epsilon-caprolactone, polyepsilon-ca-
prolactone, glycolide-caprolactone or combinations thereof,
carboxymethyl cellulose, cellulose acetate, cellulose acetate
propionate, ethyl cellulose, hydroxypropyl methyl cellulose,
hydroxyalkyl methyl celluloses, and alkyl celluloses, poly-
dimethylsiloxane, polyethylene-co-(vinyl acetate), polox-
amer, polyvinylpyrrolidone, poloxamine, polypropylene,
polyamide, polyacetal, polyester, poly ethylene-chlorotrif-
luoroethylene, polytetrafluoroethylene (PTFE or
“Teflon™”), styrene butadiene rubber, polyethylene,
polypropylene, polyphenylene oxide-polystyrene, poly-al-
pha-chloro-p-xylene, polymethylpentene, polysulfone, non-
degradable ethylene-vinyl acetate (e.g., ethylene vinyl
acetate disks and poly(ethylene-co-vinyl acetate)), poly(N-
isopropylacrylamide), delrin, polyurethane, copolymers of
silicone and polyurethane, polyolefins (such as polyisobuty-
lene and polyisoprene), acrylamides (such as polyacrylic acid
and poly(acrylonitrile-acrylic acid)), neoprene, nitrile, acry-
lates (such as polyacrylates, poly(2-hydroxy ethyl methacry-
late), methacrylates, methyl methacrylate, 2-hydroxyethyl
methacrylate, and copolymers of acrylates with N-vinyl pyr-
rolidone), N-vinyl lactams, polyacrylonitrile, glucomannan
gel, vulcanized rubber, poly(3-hydroxybutyrate) and combi-
nations thereof.

82. The continuous corrugated tube of paragraphs 78-81,
wherein the thermoset polymers independently selected from
allylics, alkyds, epoxies, furans, melamines, phenolics, poly-
urethanes, elastomers, unsaturated polyester, vinyl esters and
combination thereof.

83. The continuous corrugated tube of paragraphs 78-82,
wherein the metal roll stock is independently selected from:
steel, iron, copper, brass, bronze, tin, aluminum and alloys
thereof.

84. The continuous corrugated tube of paragraphs 78-83,
wherein the bond is made by welding, melting, adhesives,
patching and combinations thereof.

85. A method to prepare a continuous corrugated tube,
comprising the steps of:

(a) providing an upper and a lower substrate at arate of V,;
and V, wherein the upper and lower substrates are main-
tained at a distance S, from each other; and

(b) providing a middle substrate, interposed between the
upper substrate and the lower substrate, at arate of' V5, at
a trajectory to impact the upper or lower substrates, the
middle substrate rebounds in an opposite direction to
contact the opposing substrate, wherein the rate V is
greater than the rates of V, and V, such that the middle
substrate forms flutes alternately contacting the upper
and lower substrates;

(c) maintaining arate of either V, or'V, greater than the rate
of'V, or V, respectively resulting in a curved corrugated
product; and

(d) implementing a process to impart a helical twist to the
corrugation such that a top edge of the product abuts a
bottom edge of the product to from a spiral,

wherein a continuous corrugated tube is formed.

86. In one aspect the helical twist could be imparted by
physical contortion of the corrugated product or by other
mechanical means thereof.

87. In another aspect the upper or lower substrates are
wider than the middle substrate such that one or both outer
edges do not have a corrugated form attached thereto. There-
fore, for example, with regard to a spiral form, the outer edge
of' the substrate can be curved upon itself such that the edges
can be attached be methods known in the art, such as by
sonication, heat welding and the like.
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88. The method of paragraphs 85-87, wherein bonding is
accomplished using: an adhesive, a solvent suitable to par-
tially dissolve the substrates, infrared heat, heat, laser or
ultrasonic welding, patching and combinations thereof.

89. The method of paragraphs 85-88, wherein the method
further comprises, independently selecting the upper, middle
and lower substrates from: polymers and metal.

90. The method of paragraphs 85-89, wherein the polymers
are selected from thermoplastic polymers, thermoset poly-
mers and fiberglass reinforced polymers (FRP).

91. The method of paragraphs 85-90, wherein the metal is
selected from: iron, steel, copper, brass, bronze, tin, alumi-
num and alloys thereof.

While this invention has been described in conjunction
with the various exemplary embodiments outlined above,
various alternatives, modifications, variations, improvements
and/or substantial equivalents, whether known or that are or
may be presently unforeseen, may become apparent to those
having at least ordinary skill in the art. Accordingly, the
exemplary embodiments according to this invention, as set
forth above, are intended to be illustrative not limiting. vari-
ous changes may be made without departing from the spirit
and scope of the invention. therefore, the invention is
intended to embrace all known or later-developed alterna-
tives, modifications, variations, improvements and/or sub-
stantial equivalents of these exemplary embodiments.

The invention claimed is:

1. A continuous corrugated tube comprising:

an upper substrate;

a middle substrate; and

a lower substrate;

wherein the middle substrate is fluted and the flutes are

fixed to the upper and lower substrates to form a single
wall corrugated construct having a top edge and a bot-
tom edge, wherein the flutes are oriented transverse to
the top edge and the bottom edge, wherein the top edge
ofthe construct abuts the bottom edge of the construct to
form a continuous seam such that the construct forms a
spiral tube, and wherein the upper, middle and lower
substrates independently comprise one of thermoplastic
polymers, thermoset polymers, fiberglass reinforced
polymers (FRP), and metal roll stock.

2. The continuous corrugated tube of claim 1, wherein the
abutted top edge and bottom edge are bonded to each other.

3. The continuous corrugated tube of claim 2, wherein the
bond is made by one of welding, melting, adhesives, patching
or combinations thereof.

4. The continuous corrugated tube of claim 1, wherein the
thermoplastic polymers are independently selected from
foam or sheets of poly(lactide-co-glycolide) (PLGA), poly-
lactide (PLA), polyglycolide (PGA), D-lactide, D,L-lactide,
L-lactide, D,L-lactide-epsilon-caprolactone, D,L-lactide-
glycolide-epsilon-caprolactone, polyepsilon-caprolactone,
glycolide-caprolactone or combinations thereof, carboxym-
ethyl cellulose, cellulose acetate, cellulose acetate propi-
onate, ethyl cellulose, hydroxypropyl methyl cellulose,
hydroxyalkyl methyl celluloses, and alkyl celluloses, poly-
dimethylsiloxane, polyethylene-co-(vinyl acetate), polox-
amer, polyvinylpyrrolidone, poloxamine, polypropylene,
polyamide, polyacetal, polyester, poly ethylene-chlorotrif-
luoroethylene, polytetrafluoroethylene (PTFE or
“Teflon™”), styrene butadiene rubber, polyethylene,
polypropylene, polyphenylene oxide-polystyrene, poly-al-
pha-chloro-p-xylene, polymethylpentene, polysulfone, non-
degradable ethylene-vinyl acetate (e.g., ethylene vinyl
acetate disks and poly(ethylene-co-vinyl acetate)), poly(N-
isopropylacrylamide), delrin, polyurethane, copolymers of
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silicone and polyurethane, polyolefins (such as polyisobuty-
lene and polyisoprene), acrylamides (such as polyacrylic acid
and poly(acrylonitrile-acrylic acid)), neoprene, nitrile, acry-
lates (such as polyacrylates, poly(2-hydroxy ethyl methacry-
late), methacrylates, methyl methacrylate, 2-hydroxyethyl
methacrylate, and copolymers of acrylates with N-vinyl pyr-
rolidone), N-vinyl lactams, polyacrylonitrile, glucomannan
gel, vulcanized rubber, poly(3-hydroxybutyrate) and combi-
nations thereof.

5. The continuous corrugated tube of claim 1, wherein the
thermoset polymers are independently selected from allylics,
alkyds, epoxies, furans, melamines, phenolics, polyure-
thanes, elastomers, unsaturated polyester, vinyl esters and
combination thereof.

6. The continuous corrugated tube of claim 1, wherein the
metal roll stock is independently selected from: steel, iron,
copper, brass, bronze, tin, aluminum and alloys thereof.

7. A method to prepare a continuous corrugated tube, com-
prising the steps of:

(a) providing an upper and a lower substrate at a rate of V,
and V, respectively wherein the upper and lower sub-
strates are maintained at a distance S, from each other;
and

(b) providing a middle substrate, interposed between the
upper substrate and the lower substrate, at arate of' V5, at
a trajectory to impact the upper or lower substrates, the
middle substrate rebounds in an opposite direction to
contact the opposing substrate, wherein the rate V is
greater than the rates of V, and V, such that the middle
substrate forms flutes alternately contacting the upper
and lower substrates;
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(c) maintaining a rate of either V, or V,, greater than the rate
of V, or V| respectively resulting in a curved corrugated
product,

wherein a continuous corrugated tube is formed.

8. The method of claim 7, wherein a process is imple-
mented to impart a helical twist to the corrugation product
such that a top edge of the product abuts a bottom edge of the
product to form a spiral.

9. The method of claim 8, wherein the upper, middle, and
lower substrates have different widths and are aligned accord-
ingly resulting in a corrugated product having the outer edges
of'the upper and lower substrate to be attached so as to provide
a spiral configuration.

10. The method of claim 9, wherein the outer edges of the
upper and lower substrate are bonded.

11. The method of claim 10, wherein bonding is accom-
plished using: an adhesive, a solvent suitable to partially
dissolve the substrates, infrared heat, heat, laser or ultrasonic
welding, patching and combinations thereof.

12. The method of claim 11, wherein the method further
comprises, independently selecting the upper, middle and
lower substrates from: polymers and metal.

13. The method of claim 12, wherein the polymers are
selected from thermoplastic polymers, thermoset polymers
and fiberglass reinforced polymers (FRP).

14. The method of claim 12, wherein the metal is selected
from: iron, steel, copper, brass, bronze, tin, aluminum and
alloys thereof.



